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Chapter 1 

Introduction  

1.1 Prevalence of Breast and Ovarian Cancer  

Breast cancer is the most diagnosed type of cancer in the United States and just last year 

became the most diagnosed type of cancer worldwide, passing lung cancer.1,2 The standard 

treatment of surgery combined with chemotherapy or radiation has proven effective in removing 

primary tumors but is often associated with local or distant recurrences. While the overall 

mortality rate of breast cancer is low compared to other cancer types (90% 5-year survival rate), 

development of metastases drops the survival rate to 29% and local recurrence increases the 

mortality rate 2- to 3-fold.2,3 Additionally, these numbers are worsened when considering triple 

negative breast cancer (TNBC), which has a higher incidence of relapse and death.4 In 

comparison, although ovarian cancer is not as commonly diagnosed, it does represent one of the 

lowest survival rates in cancer patients with only 49.1% of patients surviving 5 years after 

diagnosis.2 This low survival rate is predominantly due to the late stage at which ovarian cancer 

is diagnosed. For epithelial ovarian cancer (EOC), which accounts for 90% of all ovarian cancer 

cases, 60% of diagnoses are made at Stage III or IV, which reflects the aggressive nature of this 

disease.5 Similar to breast cancer, the primary standard of care remains surgery followed by 

platinum- or taxane-based chemotherapies. This treatment is effective in over 70% of patients, 

but only half of these patients still exhibit non-detectable levels of cancer cells 5 months after 

treatment, and in many of those patients a small number of chemotherapy-resistant cells can 

remain dormant for months before proliferating exponentially.6 To address the challenges 

associated with development of metastases and post-surgery recurrence, anti-tumor 

immunotherapies provide a hopeful avenue forward. 



2 
 

1.2 Low Response Rates in Current Immunotherapies  

 Immunotherapies for cancer treatment have seen tremendous progress over the last 

decade, culminating in the first FDA-approved immunotherapy for TNBC.7 The rise of 

immunotherapies, which leverage the patientôs own immune system to generate anti-tumor 

responses, provides new therapeutic approaches to treating primary tumors and metastatic lesions 

simultaneously while also preventing recurrence. By training the immune system to recognize 

the cancer cells as diseased cells, the development of a systemic immune response along with 

immunological memory can address these two overarching challenges associated with most 

cancer types. The two most common immunotherapies currently in development, immune 

checkpoint blockades (ICBs) and chimeric antigen receptor (CAR) T cells, both primarily target 

the tumor-infiltrating lymphocyte (TIL) populations and are becoming increasingly common 

therapies for treating cancer.8ï10 However, a large fraction of patients remain unresponsive to 

these treatments, especially in the context of solid tumors.11ï13 In particular, TNBC patients 

treated with ICB monotherapies of pembrolizumab (anti-PD-1) or atezolizumab (anti-PD-L1) 

only had overall response rates (ORRs) of 23% and 10%, respectively.14 Similarly, clinical trials 

examining the treatment of EOC patients with nivolumab or pembrolizumab resulted in ORRs of 

15% and 8%, respectively.15 One of the primary challenges with effectively treating solid tumors 

is overcoming the immunosuppressive tumor microenvironment (TME) that hinders T cell 

infiltration.16,17 By priming the TME for a pro-inflammatory, anti-tumor immune response, more 

effective immunotherapies can be developed and even used in combination with current ICBs to 

raise the efficacy of these treatments. To explore this paradigm, the next wave of 

immunotherapies should target the most abundant immune cell in most tumors: macrophages.18ï

20 
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1.3 The Role of Tumor-Associated Macrophages and Potential for Novel Immunotherapies 

 While adaptive immune cell populations in tumors, such as TILs, can vary significantly 

from patient to patient, innate immune cells, and particularly tumor-associated macrophages 

(TAMs), are far more prevalent in most types of cancer, including breast and ovarian.21,22 

Macrophages, in general, exist on a spectrum of phenotypes and exhibit a range of functions. The 

two extremes of this spectrum are often referred to as ñM1ò for the classically-activated pro-

inflammatory phenotype and ñM2ò for the alternatively-activated immune regulating phenotype 

(Figure 1.1).23 TAMs comprise both phenotypes but are primarily M2-like.24 These TAMs are 

immunosuppressive and function to promote tumor progression while suppressing anti-tumor 

immune responses. High levels of TAMs lead to worse prognosis and reduced survival in 

patients.22,25,26 Additionally, TAMs establish the immunosuppressive TME that prevents other 

therapies, like ICBs, from being effective.27,28 The prominence of TAMs and their role in 

promoting tumor progression and severity makes them a key target for the development of novel 

immunotherapies. 

 

Figure 1.1: Diagram depicting spectrum of macrophage phenotypes with the two extremes (M1 and M2) shown. 

Figure adapted from ref. 23. 
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 Early TAM-based therapies focused on preventing macrophage recruitment to the 

tumor.29,30 Additionally, several groups have examined the effects of ablating tumor-resident 

macrophages to alleviate their immunosuppressive functions.31ï33 While both of these treatments 

led to reduction in tumor growth and, in the case of ablating TAMs, suppressed metastasis, a 

more robust treatment technique involves repolarizing the TAMs towards the M1 phenotype to 

induce an anti-tumor immune response. Abrogating TAMs functions to halt tumor progression, 

but also removes a potential key contributor to developing immunological memory to prevent 

recurrence. In this way, the macrophages can be leveraged to assist in the anti-tumor immune 

response as well as produce immunological memory. Macrophages are one of the drivers of 

immune memory development due to their function as antigen-presenting cells (APCs).34 Along 

with dendritic cells, macrophages can endocytose foreign or diseased cells, process them to 

antigens, and then present those antigens to T cells to produce an adaptive immune response. 

Furthermore, recent work has also demonstrated the ability of macrophages to induce innate 

immune memory, a function previously thought to be exclusive to the adaptive immune 

system.35,36 By reprogramming TAMs to take part in the anti-tumor immune response, more 

robust, long-term therapies may be developed.  

Along with the benefits of developing immunological memory, M1 macrophages directly 

induce anti-tumor effects. Although previous research identified large TAM populations as being 

detrimental to patient outcomes, recent work has demonstrated that the ratio of M1/M2-like 

TAMs is an improved prognosticator of both tumor severity and potential for immunotherapy 

responsiveness.37 In fact, evaluation of the M1/M2-like populations of TAMs in both breast and 

ovarian cancer revealed that patients with high M1/M2 ratios had more favorable tumor immune 

microenvironments and extended survival.38,39 Increasing the M1-like TAM population also 
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increases the prevalence of inflammatory cues in the TME, which can subsequently induce 

tumor-mediated killing of cancer cells along with recruiting CD8+ T cells into the tumor. 

Increased inflammation in the TME has been shown to be a crucial factor for improving the 

therapeutic efficacy of anti-PD-L1 therapies, indicating that priming the TME by repolarizing 

TAMs also has the potential for use in combination therapies with ICB.40 Therefore, there is 

substantial potential for immunotherapies that target and repolarize M2-like TAMs towards the 

M1 phenotype in the treatment of both breast and ovarian cancer. 

1.4 Techniques for Repolarizing TAMs to a Pro-Inflammatory Phenotype  

 The unique trait of phenotypic plasticity displayed by macrophages is attributed to the 

various internal signaling pathways that change depending on which cell-signaling molecules 

(i.e. cytokines) are present. To effectively alter TAM function, therapies can be developed to 

target these pathways in multiple ways. One of the primary mechanisms driving macrophage 

phenotype is the nuclear factor-kappaB (NF-əB) pathway. Canonical NF-əB is activated by 

inflammatory cytokines or pattern recognition receptors (PRRs) and stimulates M1 

polarization.41 The activation of canonical NF-əB is key to pushing macrophages towards an 

inflammatory phenotype capable of producing inflammatory cytokines and driving a Th1 

response.42 To activate this pathway, two general techniques can be considered: knocking down 

the inhibitors of the pathway or delivering the signals which activate the pathway.  

 Inflammation is a controlled response primarily driven by the innate immune system and 

is the bodyôs primary defense for fighting infections. However, this response must be tightly 

controlled to limit chronic inflammation, which overrides the homeostatic conditions of healthy 

tissue and can cause long-term damage and even development of other diseases.43 Many 

biological safeguards are in place to prevent chronic inflammation and restore homeostasis, and 
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for macrophages in particular, the inflammatory response is resolved due to production of 

inhibitors to inflammatory signaling pathways that are produced in response to inflammatory 

cues. The NF-əB pathway has five inhibitors that comprise the IəB family with IəBŬ being the 

major regulator of canonical NF-əB.41,44 Previous work by the Yull and Giorgio labs 

demonstrated that knockdown of IəBŬ expression results in activation of canonical NF-əB and 

M1 polarization.45 To directly target and knockdown IəBŬ production, RNA interference (RNAi) 

was implemented.  

RNAi is a widely studied technique that is useful for preventing mRNA translation into 

proteins, as reviewed by Sen and Blau.46 Specifically, small interfering RNAs (siRNAs) are ideal 

for RNAi therapies due to their short length (20-25 base pairs) as well as their ability to be 

tailored for specific mRNA sequences.47 The primary drawbacks with siRNA-based therapies 

include the  limited ability of small oligonucleotides to cross cell membranes into the cytoplasm 

where they are functional and their rapid clearance from circulation when freely administered.48 

Furthermore, because widespread inflammation is a concern if the canonical NF-əB is 

systemically activated, there is a clear need for targeted delivery of siRNA against IəBŬ 

specifically to TAMs. For these reasons, a carrier designed to load and deliver siRNA to the 

cytoplasm of TAMs is crucial.  

Alternative to knocking down inhibitors of NF-əB, M1 polarization can also be induced 

via direct stimulation with inflammatory cytokines. Inflammatory cytokines, such as interferons 

(IFNs) and tumor necrosis factors (TNFs), promote M1 polarization and lead to more 

inflammation.49 However, systemic administration of free cytokines can cause off-target 

inflammation and widespread toxicity.50 Similar to siRNA delivery, treatment with inflammatory 

cues relies on development of a delivery modality to localize treatment to the desired location. 



7 
 

1.5 Injectable Biomaterials for Localized Drug Delivery 

 To achieve localized macrophage activation and prevent widespread inflammation, 

targeted/localized therapeutics are needed. Drug delivery is an important area of research in the 

field of biomedical engineering, with applications in treating a variety of diseases including 

cancer51, heart disease52, autoimmune diseases53, and others. To induce a specific therapeutic 

effect, the delivery vehicle can be as important as the therapeutic agent. In the context of cancer 

therapy, polymeric nanoparticles (NPs) provide a highly tailorable system and have been 

reviewed extensively for their ability to target and treat a variety of cancers.54,55 The versatility of 

polymeric NPs allows for the design of ñsmartò materials to induce specific functions as well as 

decoration to create a targeted delivery system. Furthermore, polymeric nanocarriers can be 

derived from natural polymers such as chitosan, gelatin, alginate, or albumin to allow for lower 

immunogenicity.56ï58 Conversely, synthetic polymeric NPs allow for higher degrees of 

modification. For example, the copolymer poly(lactic-co-glycolic acid) (PLGA) is a well-

studied, FDA-approved polymer that can be tailored for different rates of biodegradation (as 

determined by the ratio of lactic acid to glycolic acid) as well as decorated with targeting 

moieties by including different reactive groups on the end of the PLGA chain such as azides, 

maleimides, or sulfhydryls.59 Similarly, poly(ethylene glycol) (PEG) is another commonly used 

polymer for nanocarrier delivery due to its ability to increase in vivo circulation time, reduce 

immunogenicity, and prevent protein adsorption.60,61 The primary benefits of using a nanoscale 

system, especially in regards to macrophage delivery, is that spherical NPs with a diameter in the 

range of 100-150 nm have been shown to promote clathrin-mediated endocytosis in macrophages 

and are small enough to take advantage of exiting the bloodstream due to leaky, poorly 

assembled tumor vasculature associated with tumors.62ï65 However, further functionality in the 
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polymer design is needed since endocytosis typically leads to degradation of the particles when 

the late endosome binds with a lysosome to form an endolysosome.66 Furthermore, siRNA 

functions in the cytoplasm so designing a polymer that can induce endosomal escape is crucial. 

For our applications, we have developed a unique polymer specifically designed with the 

application of siRNA-loading and endosomal escape in mind. The Giorgio and Duvall labs have 

extensively studied a diblock copolymer system specifically designed to load small 

oligonucleotides and deliver them to the cytoplasm of cells.67,68 Furthermore, prior research in 

the Giorgio lab has demonstrated the ability to label a triblock copolymer with a small molecule 

targeting moiety to target macrophages.69,70 The combination of these systems has the potential 

for robust targeted siRNA delivery to TAMs. 

 In contrast to nanocarrier delivery systems, hydrogels are also a popular polymer-based 

delivery system used in many applications to allow for more localized, sustained release of 

bioactive cargo. Hydrogels consist of crosslinked polymers that form a hydrophilic scaffold able 

to absorb large volumes of water.71 Hydrogels can also be designed for different applications, 

including creating cationic vs anionic gels to tailor sustained release of cargo and create 

temperature- or pH-responsive materials.72 Recently, injectable hydrogels have gained traction to 

translate drug-loaded scaffolds to internal treatments as opposed to their previous use in surface-

level, wound-healing applications. In particular, injectable hydrogels to treat cancer have become 

popular with scaffolds being loaded with immune checkpoint blockades to sustain anti-PD-1 

release73, proton scavengers to modulate acidity in the TME74, neoantigens to stimulate an 

adaptive immune response75, among others reviewed by Leach, et. al.76 For macrophage-specific 

immune modulation, we identified a macroporous, ñtoughò alginate cryogel first developed by 

the Mooney lab at Harvard which could be modified for our applications.77,78 The tough, 
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injectable cryogels allow for localized delivery of the drug-loaded scaffold which can have 

several benefits over the systemic administration of nanoparticles. 

1.6 Polymeric Nanoparticles for Tailored Targeting 

 To deliver siRNA therapies to M2-like TAMs, this work has continued the development 

of prior polymeric NP systems to optimize both the reactive chemistry and the siRNA delivery to 

TAMs. This polymer system comprises a poly(ethylene glycol) (PEG) corona and a diblock 

copolymer core, which provides dual functionality to encapsulate siRNA and induce endosomal 

escape. The diblock core consists of equal numbers of repeating units of dimethylaminoethyl 

methacrylate (DMAEMA) and butyl methacrylate (BMA) to form PEG-b-(DMAEMA -co-BMA) 

(PEGDB) (Figure 1.2). The tertiary amine present on the DMAEMA block becomes protonated 

at low pH, forming a net positive charge that electrostatically interacts with the anionic 

phosphate groups on the oligonucleotide backbone. Once restored to physiologic pH (~7.4), the 

hydrophobic BMA group drives micellar assembly, forming a nanoscale polymeric complex 

(polyplex) with siRNA encapsulated in the core. The optimized molecular weight and balance of 

the number of repeating units for each monomer has been previously reported.67,68  

 

The second function of this NP system is the endosomal escape. Once endocytosed, the 

low pH induced by the endosome re-protonates the amines on the DMAEMA block, causing the 

Figure 1.2: Schematic diagram of PEGDB polymer 

consisting of 5 kDa PEG chain with diblock 

copolymer core consisting of ~75 repeating units 

each of DMAEMA and BMA. 
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micelle to break apart. The hydrophobic BMA then inserts into and disrupts the endosomal 

membrane, subsequently releasing the siRNA cargo into the cytoplasm where it can bind the 

target mRNA. The endosomal escape mechanism of the PEGDB polymer has been previously 

characterized.79 The final component of the polymeric NP system is corona decoration for 

macrophage targeting. Macrophage delivery, specifically M2-like TAMs, can be achieved by 

targeting the CD206 macrophage mannose receptor, which is upregulated on M2 macrophages 

and immunosuppressive TAMs.25 Our lab has previously shown the ability to target unpolarized 

macrophages in vitro using a mannose-decorated triblock copolymer, demonstrating the 

feasibility of this approach.69,70 However, the mannose decoration has not yet been translated to 

the diblock copolymer system, which simplifies the reaction conditions for fabrication and is 

more reproducibly synthesized than the triblock.  

Mannose functionalization was achieved via the copper-catalyzed, azide-alkyne 

cycloaddition (CuAAC), or ñclick,ò reaction. CuAAC chemistry is a highly efficient reaction that 

occurs in simple reaction conditions (room temperature in water).80,81 This reaction is achieved 

by using an azide-labelled PEGDB (AzPEGDB) in conjunction with an alkyne-functionalized 

mannose (Mn-alkyne) to form mannose-PEGDB (MnPEGDB). By using the efficient CuAAC 

reaction to functionalize AzPEGDB, this system allows for easy translatability for future 

applications. To target siRNA delivery to other cell types, the only change needed is to alter the 

small molecule functionalized with alkynes before ñclickò conjugation.  

While the mannosylated-NP (MnNP) system is designed to function following 

intravenous (IV) administration, our specific applications involved treating ovarian tumors via 

intraperitoneal (IP) injections. By treating MnNPs via IP injections, the nanoparticles are 

localized near the tumor and in the ascites fluid, limiting the potential for off-target delivery 
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consequences that are common following IV administration of similar materials. Ascites is the 

fluid build-up in the peritoneal cavity associated with ovarian cancer development. Furthermore, 

IV delivery is often associated with increased dosing to achieve a therapeutic dose at the target 

site as well as susceptibility to rapid clearance through the spleen, liver, and kidneys.82,83 The 

localized IP injection of MnNPs increases our therapeutic dosing and provides the highest 

probability for delivering siRNA payloads to TAMs and immunosuppressive macrophages in the 

ascites. 

1.7 Macroporous Cryogels as Localized Repolarization Depots 

 While NPs allow for systemic delivery to treat diseases, alternative biomaterial 

approaches can be used for direct localized treatment. Hydrogels can be designed to withstand 

shear stresses and thus be injected through syringes. When covalently crosslinked at below 

freezing conditions in a process called cryogelation, ñcryogelsò maintain the same structure and 

characteristics of hydrogels with an added benefit of developing macropores (pores with 

diameters >75 ɛm) due to ice crystal formation during the gelation process. The alginate 

cryogels developed by the Mooney lab have the added benefit of undergoing secondary ionic 

crosslinking after the initial cryogelation, which creates a ñtoughò scaffold capable of 

withstanding injection through a syringe.77 This combination creates a scaffold which can be 

directly injected to the desired site for treatment of disease.  

Alginate is a naturally-occurring polysaccharide and is non-immunogenic, biocompatible, 

and biodegradable.84 Furthermore, alginate can be modified to adjust properties such as stiffness, 

swelling, degradation rate, cell adhesion, and release of biomolecules.84,85 For our applications, 

sodium alginate can be methacrylated which allows for subsequent covalent crosslinking at -

20°C to form stable gels.77 To form ñtoughò gels, the unreacted methacrylate groups can be 
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ionically crosslinking by adding divalent cations, in this case Ca2+, to further crosslink the gels.77 

The hybrid combination of covalent and ionic crosslinking in hydrogels increases elasticity and 

stretchability due to the weaker ionic bonds ñunzippingò while undergoing shear stresses.86 The 

ionic crosslinks can then reform once the stress is removed, while the covalent bonds, which 

cannot reform after breaking, remain intact.86 This interaction creates the ñtoughò cryogel that 

can be directly injected through a syringe for localized delivery. Here, we examine using this 

system for localized TAM repolarization via peritumoral injection in mammary tumors. 

Another benefit of the cryogel system is the simple loading mechanism to deliver 

therapies. Biomolecules, especially cytokines and chemokines, can be loaded into the scaffold by 

mixing with the precursor alginate solution before the cryogelation step.75,78 In particular, 

inflammatory cytokines, which can be toxic when delivered systemically, can be loaded into the 

cryogel and delivered directly to site of disease. When co-loaded with macrophage-specific 

chemokines, this system acts as a local depot for attracting and repolarizing TAMs. The 

macroporous structure created by the cryogelation process allows TAMs to infiltrate into the gel 

and the biodegradability allows for the macrophages to disperse after exposure to the 

inflammatory cues. To treat breast cancer, we chose the inflammatory cytokines interferon-

gamma (IFN-ɔ) and interleukin-12 (IL-12) and combined them with the chemokine C-C motif 

ligand 2 (CCL2) which specifically attracts macrophages.87 This cryogel loaded with IFN-ɔ, IL-

12, and CCL2 (termed ILC) was compared with an empty gel (EG) treatment to evaluate effects 

on macrophage polarization in vitro as well as anti-tumor effects when injected into mice with 

polyoma (PyMT) mammary tumors. 
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Specific Aims 

 The concept of developing cancer immunotherapies using TAMs is not novel in itself, but 

most TAM-based therapies have focused on preventing macrophage recruitment to the tumor or 

ablating the TAM population in the TME.31ï33 Other therapies have been developed more 

recently, and are summarized in a review by Duan and Luo.88 These therapies predominantly 

comprise ablation of TAMs, inhibiting recruitment, or preventing tumor-promoting functions 

such as blocking angiogenesis and immunosuppression.88 However, a more promising and robust 

response is hypothesized if the TAMs are repolarized and leveraged as part of the anti-tumor 

immune response. While some groups have shown positive therapeutic outcomes by repolarizing 

TAMs for anti-tumor effects, there have been drawbacks with the current methods. Two recent 

examples involved the use of lipid nanoparticles (LNPs) to deliver siRNA to TAMs in a 

xenograft human tumor in mouse model and polymeric nanoparticles loaded with mRNA 

encoding Interferon Regulatory Factor 5 (IRF5) for ovarian cancer treatment in a mouse 

model.82,89 Shobaki, et al. demonstrated tumor regression following siRNA delivery to 

knockdown signal transducer and activator of transcription 3 (STAT3) and hypoxia inducible 

factor 1 alpha (HIF-1Ŭ), but the IV injection led to significant off-target accumulation in the 

livers and spleens.89 Zhang, et. al., attempted to limit the off-target delivery by delivering via 

intraperitoneal (IP) injection to treat ovarian cancer, but there was still significant IRF5 

activation in the spleens.82 Conversely, a recent study by Chen, et al. demonstrated tumor 

regression after post-operative treatment with a sprayable gel loaded with anti-CD47 antibodies 

to activate M1-like macrophages.74 This technique, however, required surgical removal of the 

tumor to allow direct spray of the gel into the tumor resection site. To address the concerns 

associated with off-target delivery of nanoparticles and the invasiveness of current hydrogel-
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based therapies, we developed two separate biomaterials systems to use in the treatment of 

ovarian cancer (nanoparticles) and breast cancer (cryogels) which can be locally injected. These 

systems informed the overall goals for this dissertation, which are 1) to optimize the reactive 

chemistry to label diblock copolymer nanoparticles with mannose for targeted macrophage 

delivery of siRNA, 2) to evaluate the ability of siRNA-loaded MnNPs to alter immune cell 

composition in tumors and subsequently reduce tumor progression, and 3) to develop an 

injectable cryogel system to locally repolarize TAMs and induce an anti-tumor immune 

response. I therefore completed three independent aims to achieve these goals. 

Specific Aim 1: Optimize mannose decoration on polymeric nanoparticles to reduce 

toxicity and promote macrophage-specific delivery of siRNA payloads. 

The experiments performed in this aim will test the hypothesis that reducing the copper 

catalyst concentration for CuAAC chemistry can reduce the cell toxicity caused by residual 

copper while still efficiently labelling the nanoparticles with mannose to achieve macrophage-

specific siRNA delivery. To test this hypothesis, I wil l fabricate MnPEGDB polymers using a 

range of copper catalyst concentrations and evaluate mannose conjugation efficiency, residual 

copper content, and copper-induced cytotoxicity. Once I identify the optimal range of copper 

catalyst concentrations, I will evaluate macrophage targeting using immortalized human 

macrophages and primary murine bone marrow-derived macrophages (BMDMs). Finally, I will 

use the optimized MnPEGDB formulation to deliver IəBŬ siRNA to M2-polarized BMDMs and 

assess repolarization to an M1 phenotype. 

Specific Aim 2: Translate IəBŬ-MnNP delivery to in vivo models of ovarian cancer to 

evaluate changes in immune cell composition and tumor development. 
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 The experiment conducted in this aim will test the hypothesis that mannosylated NPs can 

provide targeted delivery to TAMs in the ascites and solid tumor and that delivery of IəBŬ siRNA 

to the TAMs will drive an inflammatory M1 response to suppress tumor development. To test this 

hypothesis, we will develop two separate models of ovarian cancer to evaluate a 3 consecutive-

day treatment in late-stage disease (ID8 cells in C57Bl/6 mice) and a 2-3-week biweekly 

treatment in a more aggressive tumor model (TBR5 cells in FVB mice). In collaboration with the 

Yull and Rathmell labs, we will evaluate biodistribution of the MnNPs to different organs and 

different cell types within those organs. Furthermore, we will examine the toxicity potentially 

associated with repeated dose treatments of MnNPs. Finally, we will demonstrate the effects of 

IəBŬ-MnNP treatment on suppressing tumor development and altering the immune cell 

populations to promote an anti-tumor immune response. 

Specific Aim 3: Develop a macroporous, injectable cryogel system capable of locally 

repolarizing TAMs and driving an anti -tumor immune response. 

 Experiments in this aim will test the hypothesis that tough cryogels loaded with 

inflammatory cytokines and a macrophage-specific chemokine will repolarize TAMs in the tumor 

microenvironment and drive an anti-tumor response. To evaluate this hypothesis, I will fabricate 

the macroporous cryogels and characterize the mechanical and structural properties to 

demonstrate the desired macroporosity and toughness needed for local injection in tumors. I will 

evaluate the ability of the loaded gels to drive an M1 macrophage phenotype in several in vitro 

models that recapitulate the TME. Finally, in collaboration with the Kim lab, we will examine 

the efficacy of direct peritumoral injection of ILC gels in primary mammary tumors (PyMT cells 

in FVB mice) to promote an inflammatory immune response and reduce tumor severity.   
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2.1 Abstract 

ñSmartò, dual pH-responsive, and endosomolytic polymeric nanoparticles have 

demonstrated great potential for localized drug delivery, especially for siRNA delivery to the 

cytoplasm of cells. However, targeted delivery to a specific cell phenotype requires an additional 

level of functionality. Copper-catalyzed azideīalkyne cycloaddition (CuAAC) is a highly 

selective bioconjugation reaction that can be performed in conjunction with other polymerization 

techniques without adversely affecting reaction kinetics, but there exists some concern for 

residual copper causing cytotoxicity. To alleviate these concerns, we evaluated conjugation 

efficiency, residual copper content, and cell viability in relation to copper catalyst concentration. 

Our results demonstrated an optimal range for minimizing cytotoxicity while maintaining high 

levels of conjugation efficiency, and these conditions produced polymers with increased 

targeting to M2-polarized macrophages, as well as successful delivery of therapeutic siRNA that 

reprogrammed the macrophages to a proinflammatory phenotype. 

2.2 Introduction  

The development of bioorthogonal chemistry has allowed for transformative progress in 

using polymer chemistry in living systems. ñClickò chemistry encompasses the most specific of 

these reactions and can be performed in aqueous conditions and in the presence of oxygen.90 The 

discovery of copper-catalyzed azide-alkyne cycloaddition (CuAAC) in the early 2000s 

popularized the field since the addition of copper(I) salt significantly increased the reaction rate 

of 1,3-dipolar cycloaddition between azides and alkynes.91,92 Further development of a Cu(II) 

ñpre-catalystò with a reducing agent, such as sodium ascorbate, enabled the use of solvents 

composed of water and an alcohol, which is necessary for reagents not soluble in water 

alone.91,93 The non-harsh reaction conditions of CuAAC allow for direct in vivo 
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functionalization90,94ï96, and the high selectivity allows for the use of ñclickò chemistry in 

conjunction with other polymerization techniques.97 However, one primary concern with this 

reaction is the potential for copper-associated toxicity that can result from residual copper 

catalyst.98ï100 Although copper-free ñclickò reactions, such as strain-promoted azide-alkyne 

cycloaddition (SPAAC), are available, the required cyclooctynes are difficult/expensive to 

synthesize, bulky and hydrophobic, and fail to produce regiospecificity associated with 

CuAAC.101ï103 Therefore, it is crucial to establish a method that ensures biological compatibility 

of CuAAC reaction products. 

 CuAAC is a powerful tool for functionalizing polymeric nanoparticles (PNPs) with a 

targeting moiety by conjugating each reagent with an azide or alkyne. Additionally, reverse 

addition-fragmentation chain-transfer (RAFT) polymerization can be combined with ñclickò 

chemistry to develop complex, ñsmartò PNPs that respond to physiological cues such as pH or 

temperature.56,97,104ï110 pH-responsive polymers can be used to induce endosomal escape and 

thus preserve the functionality of small interfering RNA (siRNA) for RNA interference (RNAi) 

therapies. These siRNA-condensing polymeric complexes (polyplexes) can then be decorated 

with small molecules using CuAAC. Our previous work has shown moderate success using a 

decorated triblock polymer45,69, but here we describe ñclickò conjugation to an improved diblock 

copolymer. The triblock copolymer contained a 2-propylacrylic acid (PAA) block, but this 

reagent complicated the overall synthesis procedure, making the polymer less reproducible. For 

this reason, we developed a diblock copolymer, excluding PAA, which was simpler to fabricate, 

easier to reproduce, and maintained overall functionality. 

 The improved diblock copolymer comprises a poly(ethylene glycol) (PEG) corona and a 

diblock core consisting of dimethylaminoethyl methacrylate (DMAEMA) and butyl methacrylate 
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(BMA).67,68,83 The polymer, termed PEGDB, can be fabricated with an azide group on the 

ñouterò end of the PEG chain, which allows for ñclickò conjugation with an alkyne-

functionalized targeting moiety. Here, we chose mannose to deliver RNAi therapies to M2-

polarized macrophages, which overexpress the CD206 mannose receptor. Macrophages are the 

desired target since they are the most prevalent immune cell type in many tumors, and elevated 

levels of tumor-associated macrophages (TAMs) correlate with poor prognosis and reduced 

survival.19ï21,111,112 Recent studies have shown the therapeutic potential for targeting and 

ñreprogrammingò TAMs to function as M1 inflammatory macrophages, such as delivering 

siRNA against IəBŬ, an inhibitor of the classical Nuclear Factor-kappa B (NF-əB) 

pathway.45,113ï116 By conjugating a mannose-alkyne onto our azide-PEGDB polymer 

(MnPEGDB) via CuAAC, we develop a system capable of delivering therapeutic siRNA to the 

desired macrophage phenotype, while retaining the ability to induce endosomal escape. 

However, the residual copper in CuAAC reaction products and targeting efficacy of MnPEGDB 

has not been quantitatively characterized, creating uncertainties in the potential for toxicity or 

off-target effects of this polymer formulation.  

 When initially developing the diblock copolymer, we observed an unexpected toxicity in 

the MnPEGDB group compared to a PEGDB control polymer (Supplemental Figure 2.S1). The 

presence of copper ions in the synthesis procedure of MnPEGDB led us to examine residual 

copper content post-reaction. To this end, we evaluated conjugation efficiency and residual 

copper content using a range of copper catalyst concentrations. We also evaluated toxicity and 

uptake in several cell types. Once we determined the optimal reaction conditions, we used that 

polymer to deliver siRNA to polarized macrophages to quantify changes in gene and protein 

expression related to macrophage phenotype. 
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2.3 Materials and Methods 

2.3.1 Materials 

All materials were purchased from Sigma-Aldrich unless otherwise noted. Inhibitors 

were removed from dimethylaminoethyl methacrylate (DMAEMA) and butyl methacrylate 

(BMA) using an activated basic aluminum oxide column.67,83 All DNA oligonucleotides were 

purchased from Integrated DNA Technologies (Coralville, IA). dsDNA was designed to be 

length-matched to the therapeutic IəBŬ siRNA and functionalized with a cyanine-5 (Cy5) 

fluorophore on the 5ô end of the antisense strand. IəBŬ siRNA was designed based on previous 

studies done in our lab.45 

2.3.2 Polymer Synthesis 

Mannose-alkyne was fabricated as previously described.69 All diblock copolymers were 

fabricated using 4-cyano-4-(ethylsulfanylthiocarbonyl)-sulfanylpentanoic acid (ECT) as a chain 

transfer agent (CTA) conjugated to either azide-PEG (AzPEG) or PEG. ECT was synthesized as 

previously described.117,118 The AzPEG and PEG macro-CTAs were then RAFT polymerized 

with DMAEMA and BMA at a 50:50 molar ratio as previously described.45,67,69 AzPEGDB was 

then conjugated with mannose-alkyne via CuAAC chemistry to produce MnPEGDB. All 

polymers were characterized using 1H nuclear magnetic resonance (1H-NMR) spectroscopy 

(Bruker, 400 MHz), Fourier transform infrared spectroscopy (FTIR, Bruker Tensor 27), and a 

Copper Assay Kit (Sigma-Aldrich). All NMR spectra are shown in Supplemental Figures 2.S2-

4. Details for the polymer synthesis appear in Supplemental Materials & Methods. 

2.3.3 Polyplex Formation 
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All polymeric complexes (polyplexes) were formed as previously described.45,67,69,83 

Initially, polymers were complexed with Cy5-labelled dsDNA, scrambled siRNA, or IəBŬ 

siRNA for 30 minutes in a 10 mM citrate buffer (pH=4). The solution was restored to pH=7.4 by 

adding a 10 mM phosphate buffer (pH=8) at 5x volume of the pH 4 solution. Polyplex N+:P- 

ratio was determined by mole ratio of protonated amines in DMAEMA polymer (assuming 50% 

protonation at physiological pH) to the number of phosphates on dsDNA/siRNA.67,83 All 

polyplex treatments were performed at a dose of 50 nM dsDNA/siRNA with N+:P- 10:1. Particle 

size and zeta potential were characterized using a Malvern Zetasizer located in the Vanderbilt 

Institute of Nanoscale Science and Engineering (VINSE) core facility. 

2.3.4 Cell Culture 

ThP-1: Immortalized human macrophage cells (ThP-1) were chosen to evaluate toxicity 

in a human equivalent to inform potential future translatability of our polymer system. ThP-1 

human monocytes were cultured in Roswell Park Memorial Institute (RPMI) 1640 medium 

(Thermo Fisher Scientific; 11879-020) supplemented with 10% fetal bovine serum (FBS), 25mM 

HEPES, 1% penicillin streptomycin (P/S), 1% Minimum Essential Medium (MEM) vitamins, 

and 4.4 ɛL ɓ-mercaptoethanol at 37°C in a 5% CO2 humidified atmosphere. To differentiate 

monocytes into mature macrophages, ThP-1 cells were plated in the aforementioned media 

supplemented with 0.1% (v/v) phorbol 12-myristate 13-acetate (PMA) (Thermo Fisher 

Scientific) and incubated for 4 days to allow for differentiation into mature macrophages.119,120 

These cells were primarily chosen as a human line to use for viability studies, but the expression 

of a mannose receptor also allows us to examine targeted uptake.121 Cells were plated in 96-well 

plates at 1x105 cells/well in 100 ɛL media. Polyplex or copper salt treatments were added on day 

4. 
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L929: L929 murine fibroblasts were used to produce supplemental media for culturing 

bone marrow-derived macrophages (BMDMs) taken from mice. L929 cells were cultured in 

Dulbeccoôs Modified Eagleôs Medium (DMEM) (Corning, Inc., Corning, NY; 15-013-CV) 

supplemented with 10% FBS, 1% L-glutamine, and 1% P/S. L929 cells were grown to 

confluency in T-175 flasks and 55 mL fresh media was added. On day 7, the media was 

collected, labeled L929 Week 1 media, and stored at -20°C. A fresh 55 mL media was added, 

cultured for an additional 7 days, collected, and labeled L929 Week 2 media before being stored 

at -20°C. 

BMDM: All animal work was approved by the Vanderbilt University Institutional 

Animal Care and Use Committee. Healthy female FVB mice were sacrificed at 4-8 weeks of age 

and the femurs and tibias were extracted. The bone marrow was flushed out with DMEM using a 

5 mL syringe and collected in DMEM (Corning; 15-018-CV). The cell suspension was 

centrifuged (Thermo Scientific, Sorvall ST 8 Centrifuge) at 1000xg for 5 minutes. Media was 

aspirated before resuspending the cell pellet in 2 mL ACK (Ammonium, Chloride, Potassium) 

Lysing Buffer (KÅD Medical, Columbia, MD) and incubating on ice for 2 minutes to lyse red 

blood cells. The lysis solution was diluted in 20 mL DMEM and again centrifuged at 1000xg for 

5 minutes. The media was aspirated and the resulting BMDMs were resuspended in 10 mL 

BMDM media: DMEM (15-018-CV) with 10% FBS, 1% P/S, 1% L-glutamine, and 14% 1:1 

(v/v) L929 week 1 and week 2 media. The cells were counted by mixing 10 µL cell suspension 

with 10 µL Trypan Blue Stain (Thermo Fisher Scientific) and pipetting 10 µL of the resulting 

mixture into a cell counter slide (Bio-Rad) and running on an automated cell counter (Bio-Rad, 

TC20TM). BMDMs were seeded in 12-well plates at 1x106 cells/well in 1 mL media or in 96-well 

plates at 1x105 cells/well in 100 ɛL media. To induce M1 and M2 polarization, BMDMs were 
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incubated with M1- or M2-inducing cytokines.122 Briefly, all cells were plated on day 0. On day 

2, cells were washed with sterile phosphate buffered saline (PBS) and then cultured with fresh 

media. On day 4, fresh media was added to M0 and M1 BMDMs while M2 macrophages were 

treated with media supplemented with 0.01 µg/mL IL-4 and 0.02 µg/mL IL-13. On day 7, M0 

and M2 macrophages were not changed while M1 BMDMs received media supplemented with 

0.1 µg/mL IFN-ɔ and 0.1 ng/mL LPS. On day 8, cells were treated for the appropriate 

experiment. 

E0771: Murine breast cancer cells were used as a comparison to the BMDMs described 

previously. E0771 cells were cultured in RPMI 1640 (Thermo Fisher Scientific; 11875-093) 

supplemented with 10% FBS, 1% P/S, and 25 mM HEPES. 

MDA-MB-231: Human breast cancer cells were used as a comparison to human ThP-1 

macrophages. MDA-MB-231 cells were cultured in DMEM (Thermo Fisher Scientific; 11960-

044) supplemented with 10% FBS, 1% L-glutamine, and 1% P/S. 

MCF10a: Human epithelial cells were used as a healthy tissue control for all treatments. 

MCF10a cells were cultured in Bronchial Epithelial Cell Growth Medium (BEBM) 

supplemented with a BEBM Bulletkit (Lonza, Morristown, NJ).  

2.3.5 Flow Cytometry 

BMDMs were polarized, washed with 0.5 mL PBS, and then incubated with 0.5 ml 

0.25% Trypsin-EDTA (Thermo Fisher Scientific) for 5 minutes. 1 mL of media was added to 

each well and cells were repeatedly aspirated with a disposable pipette to dislodge them from the 

surface and collected in 15 mL conical tubes. Tubes were centrifuged at 1500 rpm for 5 minutes 

and the supernatant was aspirated. The cell pellet was resuspended in 2 mL of fresh BMDM 
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media and the cells were counted as previously described. Cells were then placed in a 96-well 

round bottom weight flask at 1x106 cells/well in 300 µL/well. The plate was spun down at 1500 

rpm for 5 minutes and inverted and lightly tapped to remove supernatant without losing cell 

pellets. An Fc block consisting of 1 µL Fc block (Biolegend, San Diego, CA) and 50 µL of flow 

cytometry (FACS) staining buffer (PBS with 2% FBS) was added to each well. Plates were 

stored at 4°C for 10 minutes. A macrophage panel of antibodies consisting of the following was 

added: CD11b (1:400), F4/80 (1:200), CD86 (1:200), and CD206 (1:200) (Invitrogen, Carlsbad, 

CA). Each antibody was added in 50 µL of FACs buffer so the total volume when calculating the 

concentrations was in 100 µL per sample. Plates were stored at 4°C in the dark to allow for 

staining. Plates were spun down at 1500 rpm for 5 minutes and inverted and tapped to remove 

supernatant. Each well was resuspended in 200 µL FACS buffer and analyzed by flow 

cytometry.  

2.3.6 Viability Assays 

Polyplex Toxicity: Each cell type was cultured in 96-well plates for viability assays. 

BMDMs and ThP-1s were plated at 1x105 cells/well while all other cells were plated at 25,000 

cells/well. BMDMs and ThP-1s followed the plating protocols listed above. The other cell types 

were plated, incubated overnight to allow cells to adhere, and treated with polyplexes. All cells 

were treated with 50 nM of Cy5-dsDNA loaded into the various polymer formulations. The cells 

were incubated for 24 hours before conducting a CellTiter-Glo® Luminescence Assay (Promega, 

Madison, WI). All luminescent results were normalized to the average of the control well 

luminescence. 
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Copper Salt Toxicity: All cell types were plated as performed to assess polyplex toxicity. 

CuCl2 was dissolved at 1 mg/ml in 10% (v/v) 200-proof ethanol and media (specific for cell 

type). This solution was then diluted to a range of 50-10000 µg/dL and 100 µL was added to 

each well. All cells were incubated for 24 hours before running the CellTiter-Glo® Luminescence 

Assay. 

2.3.7 Polyplex Uptake 

Cells were plated in 96-well plates and treated with 50 nM of Cy5-dsDNA-loaded 

polyplexes. The cells were incubated with the polyplexes for 2 hours and then washed 3x with 

100 ɛL PBS. A final volume of 100 ɛL PBS was added and the fluorescence intensity was 

measured (Tecan Infinite M1000 Pro). All fluorescence results were normalized to the 

fluorescence of the PEGDB control polyplexes to determine mannose-associated uptake. To 

examine CD206-specific uptake of mannosylated polyplexes, we also performed a receptor-

blocking experiment where polyplexes were added to media containing 100 mg/mL molecular 

grade D-mannose, as done previously.69 The free mannose binds CD206 and prevents receptor-

mediated uptake of fluorescent polyplexes. To evaluate decrease in uptake, the optimized copper 

catalyst concentration (0.25-0.75 mM) groups were averaged together since they demonstrated 

similar azide reduction. 

2.3.8 Quantitative Reverse Transcriptase Polymerase Chain Reaction (RT-PCR) 

BMDMs were plated in 12-well plates as described previously. After polarization to M1 

and M2, the MnPEGDB fabricated with 0.75 mM copper catalyst was used to form polyplexes 

with either scrambled siRNA or IəBŬ siRNA. BMDMs were treated for 24 hours before mRNA 

was isolated from the cultured cells using RNeasy Mini kit (Qiagen, Valencia, CA). Residual 
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DNA was removed using RNase-Free DNase set (Qiagen). cDNA synthesis was performed using 

SuperScript IV reverse transcriptase kit (Invitrogen). The RT-PCR reaction was performed using 

a SYBR Green PCR super mix (Bio-Rad) and CFX Real time PCR instrument and software 

(Bio-Rad). Normalized levels of mRNA expression were calculated using the ȹȹCt method with 

GAPDH as an internal control. Each mRNA was normalized to an untreated control group of the 

corresponding polarization (M1 vs M2). All primer sequences used are summarized in the 

Supplemental Table 2.S1. 

2.3.9 Luciferase Assays 

Luciferase activity was measured in immortalized bone marrow-derived macrophages 

derived from transgenic mice which carry an NF-əB-dependent GFP/luciferase reporter 

(BMDM-NGL) on the FVB strain background. BMDM-NGL cells were polarized towards M2 

by IL-4 treatment for 24 hours, followed by a further 24-hour treatment with PBS (control), IFN-

ɔ and LPS (M1 polarized control), or mannosylated polyplexes loaded with either scrambled 

siRNA or IəBŬ-targeting siRNA. Cells were harvested in reporter lysis buffer and luminescence 

measured by the Promega Luciferase Assay system (Cat#4030) using a GloMax Luminometer 

(Promega, Madison, WI). Results were expressed as relative light units (RLU) normalized for 

protein content, as measured by the Bradford assay (Bio-Rad, Cat# 500-0002). 

2.3.10 Western Blotting 

BMDM-NGL cells were polarized towards M2 by IL-4 treatment for 24 hours, followed 

by a further 24-hour treatment with PBS (control), IFN-ɔ and LPS (M1 polarized control), or 

mannosylated polyplexes loaded with either scrambled siRNA or IəBŬ-targeting siRNA. Whole 

cell protein isolation, western blotting, and signal detection were performed as described (PMID: 
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26215403). Primary antibodies used were mouse monoclonal anti-IəBŬ (Cell Signaling 

Technology; Cat# 4814; 1:1000 dilution), rabbit polyclonal anti-arginase-1 (Gene Tex; Cat# 

GTX109242; 1:200 dilution) and mouse monoclonal anti-ɓ-actin (Sigma Chemical Co., Cat# 

A5441 1:10000 dilution) as loading control. 

2.3.11 Statistical Analysis 

All data presented as mean ± standard error of the mean (SEM) except RT-PCR which is 

shown as mean ± upper/lower limit. For all FTIR, copper assay, and ThP-1 polyplex toxicity 

studies, a one-way ANOVA with Tukeyôs post-hoc test was used to compare all groups to all 

other groups. For copper salt viability assays, a two-way ANOVA with Dunnettôs post-hoc test 

was used to compare all concentrations to the control within each cell type. For the BMDM 

polyplex toxicity studies and all polyplex uptake studies, a two-way ANOVA with Tukeyôs post-

hoc test was used to compare all groups to all other groups. For all RT-PCR results, ȹȹCt values 

were compared using a one-ANOVA with Tukeyôs post-hoc test. Luciferase assay and western 

blotting signal detection were analyzed using a studentôs t-test. To establish statistical 

significance, we used the following: *p<0.05, **p<0.01, ***p<0.001, ****p<0.0001. 

2.4 Results and Discussion 

In this study, we directly examined the effects of altering the copper catalyst 

concentration for CuAAC reactions on both conjugation efficiency and residual copper content. 

Although CuAAC chemistry has been used previously to functionalize/decorate materials used in 

living systems5ï7, our polymers, functionalized using a 1 mM copper catalyst concentration, 

exhibited evident toxicity in contact with immortalized human macrophages (Supplemental 

Figure 2.S1); this toxicity was not observed in similar mannose-functionalized polymer 
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formulations used previously by our lab.45,69 Additionally, we have previously used undecorated 

PEGDB polymers to deliver siRNA with limited toxic effects observed both in vitro and in 

vivo67,83,123, so we hypothesized the resulting toxicity to stem from residual copper in this 

iteration of our polymer system. To our knowledge, no studies have been performed that directly 

quantify and compare CuAAC conjugation efficiency and residual copper content as a function 

of copper catalyst concentration. Moreover, the targeting specificity to M2 polarized 

macrophages for the resulting polyplexes has not been described in relation to mannose-

decoration and residual copper. Here, we show that an optimal range for copper catalyst 

concentration can be achieved that improves M2 macrophage-specific targeting while also 

reducing copper-associated toxicity. 

2.4.1 Synthesis and Characterization of Mannose-Functionalized Diblock Copolymers 

 The reaction scheme for functionalizing azide-PEGDB (AzPEGDB) with mannose-

alkyne is shown in Scheme 2.1. To quantify conjugation of mannose onto the AzPEGDB 

polymers at each catalyst concentration, Fourier transform infrared (FTIR) spectroscopy was 

used to examine the change in height of the azide peak at 2100 cm-1. By comparing peak height 

in the MnPEGDB polymers to that of the precursor AzPEGDB, we estimated conjugation 

efficiency as a function of copper catalyst concentration (Figure 2.1A). The lowest copper 

catalyst concentration (0.1 mM) resulted in an azide peak height which was not different than the 

Scheme 2.1: Copper catalyst concentration controls the level of residual copper in the final polymer, even after 

optimal copper ion chelation with a Chelex resin. 
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height of the unreacted AzPEGDB. All other copper catalyst concentrations (0.25 mM and 

above) resulted in a significantly decreased peak height at 2100 cm-1, suggesting conversion of 

the azide to a 1,2,3-triazole bond (Figure 2.1B).124,125 The average reduction in azide peak for 

the higher catalyst concentrations (excluding 0.1 mM) was 64%, which is in the range of normal 

conjugation efficiency values for ñclickò reactions involving large molecules/polymers that cause 

steric hindrance.126,127 This significant decrease in peak height suggests successful ñclickò 

conjugation of mannose onto the polymers when using a catalyst concentration of 0.25 mM and 

Figure 2.1: Characterization of CuAAC reaction products. (A) FTIR spectra of polymers, including detailed view of 

azide peaks. (B) Quantified height of the azide peaks confirms the CuAAC reaction depends on copper catalyst 

concentration. (C) Residual copper content, normalized to amount of polymer, reveals that altering the copper 

catalyst concentration does affect the amount of copper ions associated with the final polymer. 
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above. There was no significant improvement for conjugation efficiency when using catalyst 

concentrations above 0.25 mM, which is a four-fold reduction relative to commonly reported 

CuAAC catalyst concentration for polymer conjugation.69,70  

 After fabrication of the MnPEGDB and removal of residual copper using a Chelex resin 

following previously published methods69,128, the polymers were dissolved in ethanol and 

molecular grade water. Residual copper was measured using a colorimetric assay that detects 

Cu2+ ions, and the assay results (copper ions in ɛg/dL) were normalized to provide mg of copper 

per mg of polymer. Residual copper in the final polymer product was significantly reduced for 

all catalyst concentrations below 1 mM (Figure 2.1C). Residual copper concentration for the 

lowest tested catalyst concentration (0.1 mM) was not significantly different from the PEGDB 

control polymer, which was not exposed to the CuAAC reaction conditions.  Residual copper in 

the polymers produced using the three middle catalyst concentrations (0.25, 0.5, and 0.75 mM) 

were not significantly different from each other.  

 Other groups have previously reported the use of copper ligands as an alternative 

technique for employing CuAAC reactions to minimize the amount of residual copper.129,130 

However, this method is primarily employed for ñclickò conjugation performed in biological 

systems, such as directly functionalizing cell membranes, since post-reaction treatment is not 

feasible. For our applications, we can treat the resulting polymers with a chelating reagent that 

functions similar to the ligands by binding and removing excess copper ions. To minimize 

complexity of polymer fabrication, we chose to use a copper salt catalyst that could be removed 

post-treatment. This technique revealed that copper catalyst concentrations of 0.25, 0.5, and 0.75 

mM supported robust ñclickò conjugation and resulted in significantly reduced residual copper 
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concentrations, suggesting that these were the optimal candidates for synthesis of MnPEGDB 

intended for future use in living systems. 

2.4.2 Formation of Mannosylated Polyplexes 

 To assess the toxicity and delivery of the mannosylated carriers, we complexed the 

polymers with oligonucleotides to form polyplexes (Scheme 2.2). The MnPEGDB polymers, as 

well as a non-mannosylated PEGDB control polymer, were dissolved in a pH 4 buffer to 

protonate the amine groups on the DMAEMA monomers. Then, either Cy5-functionalized 

dsDNA (Cy5-dsDNA) or siRNA was added to the polymer solution and allowed to complex for 

30 minutes. The solution was restored to physiological pH by adding 5x volume of a pH 8 

buffer. Polyplex diameter (z-average) and surface charge were examined to ensure all polymer 

formulations were similar. The average diameter was approximately 150 nm with no differences 

among polymer groups (Figure 2.2A-B). The polymer synthesis conditions were selected to 

produce micelle diameters of approximately 150 nm for eventual efficiency in tumor 

accumulation after intravenous injection in vivo.64,65,131 The polydispersity index for each 

polymer was less than 0.3 (Supplemental Table 2.S2), which is below the generally accepted 

value for drug delivery applications.132 Zeta potentials for all polymers were not statistically 

different (p>0.05) and were near neutral, which is appropriate for intravascular administration 

Scheme 2.2: MnPEGDB is complexed with small oligonucleotides (dsDNA or siRNA) for 30 minutes in a pH 4 

buffer. The protonated amine group on the DMAEMA electrostatically interacts with the negative phosphates on the 

oligonucleotide, spontaneously forming a stable micelle with mannose presented on the corona of the polyplex. 
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(Figure 2.2C-D).133 Overall, the size and surface charge characteristics of the polyplexes were 

appropriate for delivery to the tumor microenvironment after intravascular injection. 

2.4.3 In Vitro Polyplex Toxicity Examination 

 The toxicity associated with residual copper in polyplexes was examined in multiple cell 

types. All cells were treated with a polyplex concentration corresponding to a 50 nM dose of 

siRNA, as done previously.45,67,69 Cells were incubated with polyplexes for 24 hours before 

evaluating viability with a luminescent ATP-reporting assay. ThP-1 immortalized human 

macrophages demonstrated a significant decrease in viability when treated with polymers 

prepared with 0.1 mM or 1 mM copper catalyst compared to untreated controls (Figure 2.3A). 

The polymer fabricated with 1 mM catalyst had the highest amount of residual copper (Figure 

2.1C), which is presumed to lead to the observed toxicity. Notably, the 0.1 mM catalyst group, 

which had the least amount of residual copper, also produced significant toxicity. The FTIR 

results (Figure 2.1B), however, suggest that this polymer had the largest residual azide peak, 

indicating the least amount of mannose conjugation and, presumably, the largest number of 

residual azides on the polymer. Azides are also known to be cytotoxic and we interpret the 

toxicity of the 0.1 mM polymer to be due to unreacted azides on the AzPEGDB.134 This 

interesting observation of azide toxicity has been neglected in previous considerations of 

cytotoxicity from CuAAC reaction products, which have focused exclusively on the role of 

residual copper. Clearly, the optimal copper catalyst concentration is a balance between excess 

residual copper and relatively few unreacted azides and low residual copper but a greater 

concentration of remaining cytotoxic azides. Therefore, the optimal catalyst concentration range 

to limit cell toxicity in human macrophages for our polyplexes is between 0.25 and 0.75 mM, 

which corroborates the results of ñclickò conjugation and copper content.  
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 To explore the impact of polyplexes on the viability of primary macrophages with 

varying levels of CD206 expression, bone marrow-derived macrophages (BMDMs) were 

cultured with cytokines to polarize them to either an M1 (CD206low) or M2 (CD206high) 

phenotype. Interferon-ɔ (IFN-ɔ) and lipopolysaccharide (LPS) were added to polarize BMDMs 

toward M1 and interleukin- (IL-) 4 and IL-13 were used to induce M2 polarization.122 An 

additional group of unpolarized BMDMs (M0) were cultured in media with no cytokine 

treatment. BMDM skewing was characterized via flow cytometry by examining the expression 

of CD11b and F4/80 (general macrophage markers), CD86 (M1 marker), and CD206 (M2 

Figure 2.2: Polyplexes were suspended in DI water and Z-average diameter (A) distribution and (B) averages were 

measured with dynamic light scattering. Additionally, surface charge (C) distribution and (D) averages were 

measured by zeta potential measurement. 
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marker) (Supplemental Figure 2.S5). Following cytokine treatment, we observed significantly 

higher levels of CD86 expression in M1 macrophages compared to both M0 and M2 phenotypes. 

M2-polarized BMDMs had significantly higher expression of CD206 compared to both M1 and 

M0, and the M1 macrophages had a decreased level, though not statistically different, compared 

to unpolarized BMDMs. These results are consistent with the establishment of a CD206low 

population of M1s and a CD206high population of M2s. All three groups of BMDMs were treated 

with polyplexes as performed with ThP-1 cells. Unpolarized (M0) and CD206high (M2) BMDMs 

demonstrated no significant changes in viability with all treatments remaining above 90% viable 

compared to an untreated control (Figure 2.3B). Interestingly, viability of CD206low M1 

macrophages, but not M0 or M2 macrophages, was significantly reduced following exposure to 

polyplexes prepared with 0.25-1 mM copper catalyst concentration (Figure 2.3B). This broad-

ranging effect suggests a mechanism independent of the residual copper content. Classically 

activated macrophages initially respond to infection by producing inflammatory cytokines, 

chemokines, and reactive oxygen species (ROS) but resolution of the inflammatory reaction has 

been reported to involve mitochondrial-dependent macrophage cell death.135,136 Therefore, we 

hypothesize that the loss of viability observed in the M1-polarized macrophages is induced by 

Figure 2.3: Macrophage viability assessed with polyplex treatment and Cu2+ treatment. (A) Viability of ThP-1 

human macrophages was significantly decreased when treated with polyplexes fabricated with 0.1 and 1 mM copper 

catalyst. (B) M0 and M2 BMDMs displayed no toxicity in any treatment groups, but all M1 BMDMs had slight 

toxicity. (C) All macrophages displayed a trend of decreasing viability as concentration of copper salt treatment 

increased. 
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their additional activation in response to particle endocytosis. The lack of toxicity in M2 

macrophages is encouraging for our applications. It is also important to note that although the 

same copper-associated toxicity found in ThP-1 macrophages was not observed in BMDMs, 

there is still concern for the toxic effects of copper in human macrophages for potential future 

applications. Additionally, we show that the polymer alone (PEGDB control) does not induce a 

significant change in macrophage viability. This diblock copolymer has been previously shown 

to be non-toxic to cells and we confirm those results here.68,83,123 

 All viability studies were repeated in human and murine TNBC cell lines and a non-

tumorigenic human mammary epithelial cell line. MDA-MB-231 cells were chosen since they 

are well-established models with well-characterized properties and display a basal-like triple-

negative phenotype.137 E0771 cells were chosen as the murine equivalent since they are also 

basal-like triple-negative breast cancer cells, but are less aggressive than the often-used 4T1 

model and therefore a better model for our applications.138 MCF10a cells provide a non-

tumorigenic, mammary epithelial control, but a murine analog could not be identified among 

many commercial sources, so only human mammary cells were included in this study. Treatment 

with polyplexes for 24 hours generated minimal toxicity in both TNBC cell lines. MDA-MB-231 

cells treated with the 0.25, 0.5, and 0.75 mM copper catalyzed polymers maintained viability of 

over 90% but were still statistically decreased compared to the untreated control (Supplemental 

Figure 2.S6A). The E0771 cells exhibited a significant decrease in viability in all polyplex 

treatments, but none of the treated groups were different from each other (Supplemental Figure 

2.S6B). Similarly, the MCF10a human mammary epithelial cells had baseline toxicity from the 

polyplex treatments compared to the untreated control (Supplemental Figure 2.S6C). 

Interestingly, when compared to the PEGDB control polymer, MCF10a cells only had 
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significantly decreased viability when treated with polymers made with 0.1 and 1 mM copper 

catalyst. These results are consistent with the ThP-1 human macrophages as these groups are 

presumed to have the highest number of azides (0.1 mM) and highest residual copper content (1 

mM). In both E0771 and MCF10a cells, there does appear to be a slight decrease in viability in 

all polymer groups, indicating a potential cytotoxic effect from just the polymer system. The lack 

of toxicity in macrophages is encouraging for our applications, but we will take the off-target 

toxicity into consideration as we continue forward with our experiments. Overall, the range of 

0.25 mM to 0.75 mM copper catalyst appears optimal for fabricating polyplexes that have 

minimal toxicity to both macrophages and mammary cells. 

2.4.4 Effects of Copper Salt on Cell Viability 

 To assess the contributions of copper(II) alone to cell viability, each cell type was treated 

with a range of known CuCl2 concentrations. In general, copper is known to be toxic to cells, but 

only above a threshold concentration.99,139 This study allowed us to characterize the lower limits 

of copper cytotoxicity and inform the selection of CuAAC reaction conditions to enable use of 

the ñclickò reactions for biological applications. In human immortalized macrophages as well as 

primary BMDMs, we observed a trend of decreasing viability as Cu2+ concentration increased, 

but there was no significant change in viability up to 0.009 mg/mL, and only the ThP-1 cells had 

a significant decrease in viability at 0.01 mg/mL (Figure 2.3C). These findings are important for 

our applications since the highest amount of residual copper associated with the 1 mM 

MnPEGDB was approximately six-fold lower at 0.0015 mg/mL, as determined with the copper 

assay. Although these results indicate our CuAAC products are well below the cutoff for copper-

induced cytotoxicity, our polymer system in particular appears to cause cell death at an elevated 

level when the residual copper concentration is above 0.0006 mg/mL. This relationship between 
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residual copper content and cell viability demonstrates that functionalization via CuAAC can 

produce biocompatible biomaterials by altering the amount of copper catalyst used.  

 Copper salt toxicity was also examined in TNBC and epithelial cell lines. MDA-MB-231 

human TNBC cells and MCF10a human epithelial cells showed no significant change in viability 

at any Cu2+ concentration, although both did exhibit a trend in decreasing viability with 

increasing copper concentration. E0771 murine TNBC cells produced a trend of decreasing 

viability, though not statistically significant until the maximum dose (Supplemental Figure 

2.S6D). Notably, the human cell lines (MDA-MB-231 and MCF10a) were not as susceptible to 

copper-associated toxicity at 0.1 mg/mL compared to all other examined cells. This result 

indicates that the concern for copper-associated toxicity in the human breast TME is minimal, 

providing support for the use of CuAAC in potential human therapeutics. Based on these results, 

the residual Cu2+ alone is not a predictor of cytotoxicity. Rather, the context of polymer, cargo, 

cell type, and the interaction with residual copper and azide control overall cytotoxicity. 

2.4.5 Targeting Efficacy of Mannose-Functionalized Micelles 

 To evaluate the ability of mannose conjugation to increase uptake in CD206high cells, 

polyplexes were fabricated with Cy5-dsDNA and treated with cells at an optimized timepoint of 

two hours. Cell-associated fluorescence intensity was measured as an index of polyplex uptake 

and results were normalized to the PEGDB control polymer to demonstrate mannose-specific 

uptake of the decorated polyplexes. In ThP-1 human macrophages, the MnPEGDB produced 

with 0.75 mM copper catalyst significantly increased uptake efficiency compared to all other 

polymer groups (Figure 2.4A). The polymers catalyzed with 0.25 and 0.5 mM copper show 

slight, but non-significant, increases in uptake. Unchanged uptake in the 0.1 and 1 mM groups is 

presumed to be due to increased toxicity associated with those polymers. Our measure of 
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cytotoxicity was an ATP reporter, and since endocytosis is an ATP-dependent process, early 

disruption in ATP production may significantly suppress subsequent endocytosis of polyplexes. 

Polarized BMDMs were then used to examine the effects of CD206 expression on polyplex 

uptake. There was no significant difference in uptake regardless of mannose decoration for M0 

or M1 BMDMs. In the M2-polarized macrophages, however, the polymer produced with 0.75 

mM copper catalyst led to significantly increased uptake compared to the 0.1 and 1 mM groups, 

but not the 0.25 and 0.5 mM catalyst groups (Figure 2.4B). These results are consistent with our 

observations in human macrophages (Figure 2.4A) as well as the FTIR mannose conjugation 

results (Figure 2.1B), which indicated that CuAAC efficiency was not changed when increasing 

beyond a 0.25 mM copper catalyst concentration. Even more importantly, the 0.75 mM group 

was the only micelle treatment that produced significantly increased uptake in CD206high 

macrophages compared to both M0 and CD206low, M1 macrophages. To verify uptake was due 

to CD206-specific uptake, we repeated uptake experiment in M2-polarized BMDMs using the 

optimized polymer groups (0.25-0.75 mM) and co-treated with free mannose sugar to block the 

CD206 receptor. By averaging across the three optimized groups, we determined mannosylated 

polyplex binding was decreased by almost 60% (Supplemental Figure 2.S7). These results 

indicate that polyplex uptake is CD206-dependent. Based on these results from both human and 

murine macrophages, using a copper catalyst concentration of 0.75 mM for the CuAAC led to 

significantly increased macrophage uptake and was shown to increase uptake in CD206high 

macrophages. 

 When examining uptake in mammary epithelial cells, both human cells lines (MDA-MB-

231 and MCF10a) revealed no preferential uptake among the polymer groups (Supplemental 

Figure 2.S8). The E0771 murine TNBC cells demonstrated a significant increase in uptake for 
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the 0.75 mM group compared to the 1 mM group, but this change was not statistically different 

compared to all other polymer groups. Overall, our results indicate an optimal concentration of 

0.75 mM copper catalyst for minimizing copper-induced toxicity as well as promoting mannose-

associated targeting to CD206-expressing macrophages. 

 

2.4.6 Evaluation of siRNA-Induced Macrophage Repolarization 

 We used the optimal MnPEGDB polymer prepared with 0.75 mM copper catalyst 

concentration to treat M1- and M2-polarized BMDMs with either scrambled or IəBŬ siRNA. We 

treated the macrophages with siRNA-loaded polyplexes for 24 hours before collecting the cells 

and isolating RNAs for use in RT-PCR. To examine a shift in phenotype, we examined mRNA 

expression of 6 genes: three M1 genes (CD86, TNF-Ŭ, iNOS), one M2 gene (CD206), and one 

general macrophage marker (F4/80).45,140,141 The final mRNA we evaluated was IəBŬ, which we 

used to assess the ability of our siRNA sequence to knockdown the target gene. Relative gene 

expression was normalized to an untreated control group of the corresponding polarization.  

Figure 2.4: Polyplex uptake evaluated in human and murine macrophages. (A) ThP-1 human macrophages 

displayed preferential uptake of polyplexes formed with the 0.75 mM copper catalyst. (B) 0.75 mM catalyzed 

polymer targeted CD206high BMDMs over CD206low as well as unpolarized macrophages (#p<0.05), indicating 

mannose specificity. The 0.75 mM group also outperformed the PEGDB control, 0.1 mM, and 1 mM groups in just 

M2-polarized BMDMs (**p<0.01). 
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 Treatment with IəBŬ siRNA resulted in a significant increase in CD86 and TNF-Ŭ 

compared to untreated control and scrambled siRNA treatments in both M1 and M2 BMDMs, 

and we observed a significant increase in iNOS expression, but only in the M2-polarized 

macrophages (Figure 2.5A-C). Furthermore, CD206 significantly decreased after IəBŬ siRNA 

treatment compared to the untreated control in both phenotypes, but, interestingly, there was no 

significant change in CD206 expression between the scrambled siRNA control and the IəBŬ 

siRNA in M2 BMDMs. Most importantly, treatment with the therapeutic siRNA significantly 

decreased IəBŬ expression in both phenotypes, which is necessary for activating the classical 

Figure 2.5: RT-PCR was used to examine relative mRNA expression after treatment with scrambled or IəBŬ 

siRNA. Expression was normalized to an untreated control group of the corresponding polarization (M1 vs M2). To 

assess a change in macrophage phenotype, we examined expression of the following: (A) CD86, a surface marker 

for inflammatory immune cells, (B) TNF-Ŭ, a pro-inflammatory cytokine, (C) iNOS, an IFN-ɔ induced isoform of 

nitric oxide synthase, (D) CD206, the macrophage mannose receptor overexpressed on M2 macrophages, (E) IəBŬ, 

an inhibitor of the classical NF-əB pathway, and (F) F4/80, a general macrophage marker. 
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pathway of NF-əB (Figure 2.5D-E). Taken together, these results indicate that not only is the 

IəBŬ siRNA pushing M2 macrophages toward an M1 phenotype, but the treatment does not 

significantly impact overall M1 macrophage gene expression. Finally, the expression of F4/80, 

which is known to be associated with macrophage activation142,143, increases in M2 BMDMs  

treated with IəBŬ siRNA (Figure 2.5F). This result indicates that not only are the alternatively 

activated macrophages being skewed towards an M1 phenotype, they are also in a more activated 

state. The delivery of IəBŬ siRNA with our optimized polyplex system successfully skews M2 

macrophages back to a classical phenotype, which is necessary for eventual application in 

inducing an inflammatory macrophage response in tumors. 

 To confirm macrophage repolarization after delivery of IəBŬ siRNA, we also evaluated 

protein expression. BMDMs expressing an NF-əB-dependent green fluorescent protein 

(GFP)/luciferase reporter (BMDM-NGL) were polarized to an M2 phenotype and then treated 

with either PBS (negative control), M1 cytokines (IFN-ɔ and LPS, positive control), 

mannosylated polyplexes loaded with scrambled or IəBŬ siRNA. After 24 hours of treatment, the 

cells were harvested in a reporter lysis buffer which allowed direct quantification of 

Figure 2.6: BMDM-NGL cells were polarized towards M2, followed by treatment with PBS, IFN-ɔ and LPS, or 

mannose-decorated polyplexes containing scrambled or IəBŬ-targeting siRNA. Effects on (A) luciferase activity of 

the NF-əB-dependent reporter and (B) protein levels of IəBŬ, and the M2 macrophage marker, arginase-1 (Arg-1). 

(C) Densitometry analysis of expression of IəBŬ and Arg-1 relative to ɓ-actin loading control. Values are 

mean±SEM. 
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luminescence. The IəBŬ siRNA demonstrated elevated NF-əB activity as indicated by an 

increase in luminescence. This activation was on the level of M1 polarization, which provides 

evidence for successful phenotype repolarization (Figure 2.6A). In addition, the same treatments 

were repeated and the cells were collected for western blot to directly examine protein 

expression levels. By delivering the IəBŬ siRNA in our optimized MnPEGDB polymer, we 

demonstrate a significant knockdown in IəBŬ protein expression as well as a significant decrease 

in arginase-1 (Arg-1) expression, which is a protein overexpressed in M2 macrophages (Figure 

2.6B-C). In conjunction with the results of RT-PCR, these results indicate that our polyplex 

system loaded with IəBŬ siRNA is able to repolarize macrophages from an M2 towards an M1 

phenotype. 

2.5 Conclusions 

We have optimized the reaction conditions for functionalizing polymeric micelles with a 

targeting moiety using CuAAC. By altering the concentration of copper catalyst, we 

demonstrated an optimal range for efficient conjugation while minimizing residual copper and 

azide content. Our results indicated that cytotoxicity is a balance between excess Cu2+ versus 

residual azides. Our observation of azide toxicity due to incomplete CuAAC reaction is an 

underappreciated and avoidable potential cause of cell injury. Moreover, we showed that copper-

associated toxicity can be eliminated from our polymer system, and that residual copper alone is 

not the main predictor of cytotoxicity. The toxicity observed in our polymer system appears to be 

synergistically associated with residual copper and the material system as a whole, both of which 

may exhibit exacerbated toxicity due to the intracellular delivery of the polyplexes. To our 

knowledge, this is the first study to examine cytotoxic effects of copper salt alone compared to 

copper ions associated with our polyplex system. These results indicate that concerns for 
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negative biological impacts of CuAAC reaction products can be mitigated by altering the 

reaction conditions. Overall, we show that CuAAC should not be discouraged for in vivo 

applications, but we recognize that some optimization of copper catalyst concentration and 

confirmation of low toxicity for each formulation/system may be necessary. 

 Mannosylated micelles prepared from our simplified polymer system enable increased 

delivery to human macrophages as well as CD206high primary murine macrophages, which is an 

improvement over the previous PEGDB polymer that can deliver siRNA but does not confer 

cell-specific delivery. This optimized polymer system also successfully delivered therapeutic 

siRNA and induced a shift in gene expression indicative of macrophage ñrepolarizationò from an 

M2 phenotype towards an inflammatory M1 phenotype. We confirmed this repolarization by 

demonstrating a shift in mRNA expression for several M1/M2 markers as well as increased 

activation of NF-əB protein, indicative of classical macrophage activation. This improved 

polyplex formulation will be used in future studies to repolarize TAMs in co-cultures with tumor 

cells to quantify the cancer-kill ing properties of the macrophages. 
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2.6 Supplemental Materials & Methods 

2.6.1 Mannose-Alkyne Synthesis 

Briefly, D-mannose (Mn, 2g) was dissolved in dimethyl sulfoxide (DMSO) (20 mL, 10% 

w/v) in a 25 mL round bottom flask with a stir bar. The flask was sealed with a rubber top, placed 

on a stir plate, and purged with nitrogen (N2 (g)) for 30 minutes while stirring. While purging, 

triethylamine (TEA, 1.082 mL) was added to activate the sugar into a nucleophile before propargyl 

bromide (0.547 mL) was added. Both TEA and propargyl bromide were added using a needle and 

syringe to prevent oxygen from leaking into the reaction vessel. The final molar ratio of 

mannose:TEA:propargyl bromide was 60:72:67 moles. After removing the nitrogen purge, the 

solution was heated to 40°C in an oil bath and stirred for 24 hours. The final solution was added 

to equal volume diethyl ether for extraction of excess reagents.  The leftover ether was disposed 

and the resulting DMSO solution was collected. This extraction was repeated 5x. The final DMSO 

was mixed with equal volume nuclease-free water (Thermo Fisher Scientific, Waltham, MA) and 

extracted into equal volume dichloromethane to remove other byproducts as well as DMSO. Once 

again, this extraction was performed 5x. The final mannose-alkyne solution in nuclease-free water 

was collected, frozen at -80°C, and lyophilized. Synthesis of mannose-alkyne has been previously 

characterized and we confirm successful alkyne functionalization with 1H-NMR (Supplemental 

Figure 2.S2).69 Although the reaction scheme depicts alkyne conjugation to a particular hydroxyl 

group, this reaction is not specific for only that hydroxyl. Near-random conjugation among 

hydroxyls is not anticipated to affect binding to CD206 since this receptor primarily binds 

mannose-like structures on bacterial cell walls.69,144  

2.6.2 Fabrication of Macro-CTA for RAFT 
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All polymers were fabricated using 4-cyano-4-(ethylsulfanylthiocarbonyl)-

sulfanylpentanoic acid (ECT) as a chain transfer agent (CTA). ECT was synthesized as previously 

described.117,118 A 5 kDa hydroxyl PEG azide (500 mg, AzPEG, Polysciences, Inc., Warrington, 

PA) was reacted with ECT to form a macro-CTA suitable for RAFT polymerization. AzPEG was 

dissolved in dichloromethane (DCM) (5 mL) and mixed with 4-dimethylaminopyridine (DMAP) 

(30.2 mg, molar ratio 2.5:1 DMAP:AzPEG). Separately, ECT (130 mg) was dissolved in DCM (5 

mL) at a 5:1 molar excess to AzPEG (accounting for total volume when combined). N,Nô-

dicyclohexylcarbodiimide (DCC, 102 mg) was added to the ECT solution at a 5:1 molar excess to 

the AzPEG. The ECT/DCC solution was added to a 25 mL round bottom flask with a N2 balloon 

purge and stirred for 5 minutes to allow the DCC to activate the carboxylic acid group of the ECT. 

The AzPEG/DMAP solution was then added and the total solution (10 mL, 5% w/v AzPEG) was 

covered with aluminum foil and stirred for 48 hours at room temperature. After reacting, the 

solution was purified by dialyzing against methanol for 24 hours followed by dialyzing against 

deionized (DI) water for 24 hours using a 3.5 kDa-MWCO membrane.67,83 The final solution was 

frozen at -80°C and lyophilized. Conjugation of ECT to the AzPEG was confirmed with 1H-NMR 

as previously described (Supplemental Figure 2.S3).67 

2.6.3 RAFT Polymerization of Diblock Copolymers 

The AzPEG and PEG macro-CTAs were then RAFT polymerized with DMAEMA and 

BMA at a 50:50 molar ratio as previously described.45,67,69 The macro-CTA (150 mg) was 

dissolved in dioxane (8.39 mL, 14% w/v) with recrystallized 2,2ǋ-azobis(2-methylpropionitrile) 

(AIBN) as the initiator (0.47 mg, 10:1 CTA:initiator molar ratio). Based on previous experience 

with the diblock copolymer, overall best performance was generally obtained from a polymer with 

approximately 120-140 monomers.67 Previous syntheses with similar systems produced a 
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conversion rate of 60-65% so we designed the reaction at a degree of polymerization of 240. 

DMAEMA (576 µL) and BMA (543 µL) were added at 50:50 mol% and the entire solution was 

placed in a 50 mL round bottom flask and sealed with a rubber stopper. The solution was purged 

with N2 for 30 minutes and then placed in an oil bath at 70°C for 24 hours. After completion of 

the reaction, the AzPEG(DMAEMA-co-BMA) (AzPEGDB) and PEGDB solutions were dialyzed 

for 24 hours in methanol and 24 hours in DI water using a 3.5 kDa-MWCO membrane. The 

solutions were then frozen and lyophilized for long-term storage. Fabrication of the PEG-ECT 

macro-CTA and subsequent RAFT polymerization of PEGDB has been previously well-

characterized.67,68,83,123,145  

2.6.4 Alkyne-Azide ñClickò Functionalization 

AzPEGDB (250 mg) was dissolved in 10% (v/v) 200-proof ethanol and 90% nuclease-free 

water (25 mL total, 10 mg/mL) in a 100 mL round bottom flask. Then, mannose-alkyne (5.93 mg, 

1:3 azide:alkyne molar ratio) and sodium ascorbate (24.8 mg, 5 mM) were added to the reaction 

vessel. The copper catalyst (copper sulfate (CuSO4)) was added at concentrations of 0.1, 0.25, 0.5, 

0.75, or 1 mM (0.62 mg, 1.56 mg, 3.12 mg, 4.68 mg, 6.24 mg, respectively) to examine conjugation 

efficiency at different catalyst concentrations. The reaction vessel was sealed with a rubber stopper 

and placed on a stir plate for 48 hours at room temperature. Post-reaction, a Chelex resin (1.25 g, 

5 g/100 mL, Bio-Rad, Hercules, CA) was added and stirred for 2 hours to remove residual Cu2+ 

ions. The solution was filtered through a 0.45 ɛm filter to remove the Chelex resin and dialyzed 

against DI water for 24 hours using a 3.5 kDa-MWCO membrane. The purified solution was frozen 

at -80°C and lyophilized. 
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2.7 Supplemental Figures 

Figure 2.S1: Polyplex Toxicity in ThP-1 Human Macrophages

Supplemental Figure 2.S1: Viability studies with ThP-1 human macrophages treated with PEGDB and 

MnPEGDB (prepared with 1 mM copper catalyst) revealed a significant toxic effect in the MnPEGDB 

group, which we hypothesized to be caused by residual copper from CuAAC. 



 
 

Figure 2.S2: Mannose-Alkyne Fabrication 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Supplemental Figure 2.S2: 1H-NMR of mannose functionalization with propargyl bromide to form 

mannose-alkyne, performed in D2O. Successful conjugation is confirmed by the appearance of the alkyne 

peak at ŭ 4.04s. Integration of peaks reveals a 1:1 conjugation efficiency. These results match previous data 

from our lab. Note that alkyne conjugation to mannose is not expected to be specific for a particular 

hydroxyl group.
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Figure 2.S3: Azide-PEGDB Fabrication 
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Supplemental Figure 2.S3: 1H-NMR of Azide-PEG-DB reaction steps in CDCl3 ï continued on next 

page. 
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Figure 2.S3: Azide-PEGDB Fabrication (Continued) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Supplemental Figure 2.S3: 1H-NMR of each reaction step in CDCl3. Azide-PEG-hydroxyl is reacted 

with the ECT macro-CTA to create Azide-PEG-ECT. Azide-PEG-ECT maintains the characteristic 

PEG peak at ŭ 3.65s (-OCH2CH2-) and adds the ECT peak ŭ 1.88s (CCNCH3). RAFT polymerization 

produces AzPEGDB, which is confirmed by the DMAEMA (ŭ 4.05s, -OCH2CH2-) and BMA (ŭ 3.95s, 

-OCH2CH2-) peaks. Polymer repeating units for AzPEGDB were calculated by calibrating the PEG 

peak to the number of hydrogens in the polymer and comparing to the DMAEMA and BMA peak 

integrals. Overall spectra of AzPEGECT and AzPEGDB match previously reported data using a 

similar polymer system.
 

Azide-PEG-DB 
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Figure 2.S4: MnPEGDB Polymers Fabricated with Various Copper Catalyst Concentrations 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

  

Table 2.S1: RT-PCR Primer Sequences 

Gene 

name 

Forward sequence Reverse sequence 

CD86 TCTCCACGGAAACAGCATCT CTTACGGAAGCACCCATGAT 

TNF-Ŭ CCCTCACACTCAGATCATCTTCT GCTACGACGTGGGCTACAG 

iNOS TTCACCCAGTTGTGCATCGACCTA TCCATGGTCACCTCCAACACAAGA 

CD206 GCTCTTACTGACTGGCATGAG CGCAGCTCTAGGAGCATGTG 

IəBŬ GAGCTCCGAGACTTTCGAGG AGACACGTGTGGCCATTGTA 

F4/80 CTTTGGCTATGGGCTTCCAGTC GCAAGGAGGACAGAGTTTATCGTG 

GAPDH CCCTTAAGAGGGATGCTGCC TACGGCCAAATCCGTTCACA 

Actin-ɓ TATAAAACCCGGCGGCGCA TCATCCATGGCGAACTGGTG 
 

 

 

 

Supplemental Figure 2.S4: 1H-NMR of MnPEGDB polymers in CDCl3. All spectra matched between 

groups, indicating no changes in overall polymer structure despite changing the copper catalyst 

concentration in the CuAAC reaction. Note that mannose is not detectable with NMR since the peaks 

(shown in Figure S2) overlap with the PEG peak, which has 113 repeating units per polymer compared to 

one for mannose. 



52 
 

Table 2.S2: Characterization of Polyplex Diameter, Homogeneity, and Surface Charge 

Polymer Avg Diameter (d.nm) PDI Avg Zeta Potential (mV) 

PEGDB 140 ± 16 0.287 -0.142 ± 0.471 

0.1 mM MnPEGDB 146 ± 18 0.273 -0.111 ± 0.347 

0.25 mM MnPEGDB 148 ± 17 0.254 -0.332 ± 0.398 

0.5 mM MnPEGDB 145 ± 12 0.259 -0.286 ± 0.438 

0.75 mM MnPEGDB 151 ± 16 0.262 0.249 ± 0.054 

1 mM MnPEGDB 151 ± 14 0.300 -0.417 ± 0.430 
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Figure 2.S5: Flow Cytometry Gating Strategy and Polarized Macrophage Characterization 

 

 

 

 

Supplemental Figure 2.S5: (A) Gating of overall cell population in flow cytometry based on side-light 

scatter intensity vs forward-light scatter intensity. (B) Gating of macrophages determined by a double-

positive population expressing F4/80 and CD11b. (C,D) Histogram plots depicting expressions of M1 

(CD86) and M2 (CD206) markers on the different macrophage phenotypes. (E) CD86 was significantly 

increased in the M1-polarized macrophages compared to both M0 and M2 (F) CD206 was significantly 

overexpressed in M2 BMDMs. 
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Figure 2.S6: Polyplex and Copper Toxicity in Human and Murine TNBC Cells and Human 

Mammary Epithelial Cells 

 

 

 

Supplemental Figure 2.S6: (A) MDA-MB-231 human TNBC cells significantly decreased in viability in 

the 0.25-0.75 mM-prepared MnPEGDB polyplexes compared to untreated control, but still had viability 

greater than 90%. (B) E0771 murine TNBC cells had significantly less viability in all treatments compared 

to untreated control, but none of the MnPEGDB groups were significantly different from the PEGDB control 

polymer. (C) MCF10a human epithelial cells treated with 0.1 and 1 mM MnPEGDB were significantly less 

viable than the PEGDB control polymer, but the 0.25-0.75 mM groups were not significantly different. (D) 

All three cell types exhibited a trend of decreasing viability with increasing copper salt concentration, but 

only the E0771 murine TNBC cells had a significant change in viability at the highest concentration. 
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Figure 2.S7: CD206-Specific Uptake of Polyplexes Confirmed via Co-Incubation with Free 

Mannose 

 

 

 

 

 

 

 

 

 

 

 

Supplemental Figure 2.S7: M2-polarized BMDMs were treated with either mannose-decorated 

nanoparticles (NP) or NPs plus free mannose (NP+Mn). Fluorescence intensity revealed that all three of 

the optimal polymer formulations resulted in decreased uptake after adding free mannose (n=2). An average 

of the three optimal groups (combined, n=6) revealed a significant decrease in uptake with about 59% 

decrease due to mannose blocking the CD206 receptor. 
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Figure 2.S8: Polyplex Uptake in TNBC Cells and Mammary Epithelial Cells 

 

 

 

  

Supplemental Figure 2.S8: (A) MDA-MB-231 cells had no significant changes in uptake regardless of 

mannosylation or copper content, indicating non-specific uptake of particles. (B) E0771 cells only exhibited 

a significant change in uptake between the 0.75 and 1 mM groups, but no other groups were different from 

each other. (C) MCF10a cells also displayed non-specific uptake, with no polymer groups differing from 

each other. 
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3.1 Abstract 

Background: Current cancer immunotherapies have made tremendous impacts but generally 

lack high response rates, especially in ovarian cancer. New therapies are needed to provide 

increased benefits. One understudied approach is to target the large population of 

immunosuppressive tumor-associated macrophages (TAMs). Using inducible transgenic mice, 

we recently reported that upregulating nuclear factor-kappaB (NF-əB) signaling in TAMs 

promotes the M1, anti-tumor phenotype and limits ovarian cancer progression. We also 

developed a mannose-decorated polymeric nanoparticle system (MnNPs) to preferentially 

deliver siRNA payloads to M2, pro-tumor macrophages in vitro. In this study, we tested a 

translational strategy to repolarize ovarian TAMs via MnNPs loaded with siRNA targeting the 

inhibitor of NF-əB alpha (IəBŬ) using mouse models of ovarian cancer. 

Methods: We evaluated treatment with MnNPs loaded with IəBŬ siRNA (IəBŬ-MnNPs) or 

scrambled siRNA in syngeneic ovarian cancer models. ID8 tumors in C57Bl/6 mice were used to 

evaluate consecutive-day treatment of late-stage disease while TBR5 tumors in FVB mice were 

used to evaluate repetitive treatments in a faster-developing disease model. MnNPs were 

evaluated for biodistribution and therapeutic efficacy in both models.  

Results: Stimulation of NF-əB activity and repolarization to an M1 phenotype via IəBŬ-MnNP 

treatment was confirmed using cultured luciferase-reporter macrophages. Delivery of MnNPs 

with fluorescent payloads (Cy5-MnNPs) to macrophages in the solid tumors and ascites was 

confirmed in both tumor models. A three consecutive-day treatment of IəBŬ-MnNPs in the ID8 

model validated a shift towards M1 macrophage polarization in vivo. A clear therapeutic effect 

was observed with biweekly treatments over 2-3 weeks in the TBR5 model where significantly 

reduced tumor burden was accompanied by changes in immune cell composition, indicative of 
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reduced immunosuppressive tumor microenvironment. No evidence of toxicity associated with 

MnNP treatment was observed in either model. 

Conclusions: In mouse models of ovarian cancer, MnNPs were preferentially associated with 

macrophages in ascites fluid and solid tumors. Evidence of macrophage repolarization, increased 

inflammatory cues, and reduced tumor burden in IəBŬ-MnNP-treated mice indicate beneficial 

outcomes in models of established disease. We have provided evidence of a targeted, TAM-

directed approach to increase anti-tumor immunity in ovarian cancer with strong translational 

potential for future clinical studies. 

3.2 Background 

The use of cancer immunotherapies, including immune checkpoint blockades (ICBs), is 

rapidly expanding as a result of early successes in clinical trials. Multiple clinical trials have 

resulted in FDA-approved treatments for a variety of cancers, including melanoma146,147, non-

small cell lung cancer148, urothelial cancer149,150, renal cell carcinoma151, colorectal cancer152, and 

triple-negative breast cancer (TNBC)153, among others reviewed here.154 While ICBs represent 

an important advancement in cancer therapy, disappointingly low overall response rates (ORRs) 

are commonly observed. In particular, clinical trials involving the treatment of epithelial ovarian 

cancer resulted in ORRs of 15% and 8% for monotherapies of nivolumab and pembrolizumab, 

respectively.155ï157 Epithelial ovarian cancer (EOC) is estimated to be the fifth leading cause of 

cancer-related deaths in females in the U.S. and is in desperate need of improved therapies.158 

The relatively late presentation of disease in most patients contributes to overall survival of 40% 

at diagnosis.15 The primary standard of care (surgery followed by platinum- and taxane-based 

chemotherapy) is initially effective in over 70% of patients, but only half of these patients exhibit 

non-detectable levels of cancer cells 5 months after treatment.6 Even in those patients, small 
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numbers of chemotherapy-resistant cells can remain dormant in the peritoneal cavity for several 

months before growing exponentially.6 However, as with many other types of cancer, ovarian 

cancer is a prime candidate for macrophage-specific immunotherapy.  

 Tumor-associated macrophages (TAMs) are the most abundant immune cell in most 

types of cancer, including epithelial ovarian cancer.159,160 TAMs are prevalent in both the solid 

tumor as well as the ascites fluid associated with ovarian cancer progression. Ascites 

development is correlated with severity of ovarian cancer (present in over one-third of patients) 

and is linked to poor disease prognosis as well as development of chemoresistance.161ï163 TAMs 

in both the tumor and ascites promote an immunosuppressive tumor microenvironment (TME), 

hinder the efficacy of ICB, and drive tumor progression and metastasis.164,165 Several techniques 

to alter the TME, including TAM ablation or limiting TAM recruitment, have been attempted 

with moderate successes.31,33 However, a potentially more robust method leverages macrophage 

plasticity. This phenomenon provides the opportunity to target M2-like immunosuppressive 

TAMs and ñrepolarizeò them into an M1-like pro-inflammatory, anti-tumor phenotype. 

Repolarizing TAMs for cancer immunotherapy is a rapidly growing field of study with 

encouraging early results.37,82 

Our lab has previously identified the nuclear factor-əB pathway (NF-əB) as a target for 

repolarizing macrophages both in vitro and in vivo since this pathway drives macrophage 

phenotype.166,167 This work provides evidence that modulating macrophage phenotype in mouse 

cancer models induces beneficial therapeutic outcomes. Using transgenic mice, we have recently 

demonstrated M1 macrophage repolarization, increased cytotoxic T cell responses, and reduced 

tumor burden in syngeneic mouse models of ovarian cancer.167 The goal of the present study is to 
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evaluate a new translational approach involving a targeted nanoparticle-based delivery of an 

siRNA cargo to specifically stimulate NF-əB activity in ovarian TAMs. 

Our group has extensive experience designing nanoparticle formulations for delivering 

siRNA to cells in vivo.45,83,168 We have previously used a small interfering RNA (siRNA) 

sequence specific for the inhibitor of NF-əB alpha (IəBŬ). Because IəBŬ functions to inhibit the 

canonical NF-əB pathway, our previous work confirmed that delivering siRNA against IəBŬ can 

increase activity of the canonical pathway and induce M1 polarization.45,166 

Although siRNA-based therapies are promising, delivery platforms are crucial to their 

success because oligonucleotides are unable to cross cell membranes and are rapidly cleared 

from circulation when administered as unformulated macromolecules.48 Targeted formulations 

can enhance delivery of functional siRNA to the appropriate cells while simultaneously 

minimizing activity in non-target cells and tissues.169,170 By combining an siRNA against IəBŬ 

with a targeted delivery system, we aim to increase the specificity of M1 activation to the tumor 

microenvironment and limit off-target effects elsewhere. The phenotypic diversity of 

macrophages, often characterized by the differing expression levels of various surface receptors, 

allows for targeting via the CD206 macrophage mannose receptor, which is overexpressed on 

M2-polarized macrophages and TAMs.171 The overexpression of CD206 on immunosuppressive 

TAMs allows for targeting with mannose-decorated delivery systems.69,82,166 Specifically, 

polymers designed to form nanoscale micelles containing siRNA and decorated with mannose 

enable the targeted delivery of RNA interference (RNAi) therapies that modulates macrophage 

phenotype.166 These micelles are spherical with diameters of 100-150 nm to promote clathrin-

mediated endocytosis into the targeted macrophages, which has been extensively 

documented.62,63,172 Our group has previously demonstrated MnNP targeting to macrophages 
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using a mannosylated triblock copolymer.69,70 This system has since been improved via the 

development of a diblock copolymer that is more reproducible and simpler to fabricate.67 The 

mannose-decorated diblock copolymer was shown to successfully target M2-polarized bone 

marrow-derived macrophages (BMDMs) and repolarize them to an M1 phenotype.166 

Mannosylated nanoparticle (MnNP) delivery systems can be especially beneficial in the 

context of ovarian cancer. EOCs with high levels of immunosuppressive TAMs, in both the solid 

tumor and ascites, result in poor prognosis for patients while cases with elevated M1-polarized 

macrophages are correlated with increased overall survival and progression-free survival.39,173 

Furthermore, intraperitoneal (IP) injection of nanoparticles allows for localized delivery with 

limited risk for off-target accumulation or rapid clearance that is often associated with 

intravascular (IV) delivery.83 The potential for targeted repolarization of TAMs in EOC led to 

the hypothesis that IP injection of MnNPs loaded with IəBŬ siRNA (IəBŬ-MnNP) will locally 

target and reprogram macrophages to induce anti-tumor immunity in mouse models of ovarian 

cancer. 

This study follows-up on our previous work by utilizing the optimized MnNPs to deliver 

IəBŬ siRNA to TAMs in mouse models of ovarian cancer. Two models of ovarian cancer were 

used to evaluate the effects of IəBŬ-MnNPs on TAMs. The ID8 ovarian tumors on a C57Bl/6 

background enabled examination of treating late-stage disease while the TBR5 ovarian tumors 

on an FVB background allowed for evaluation of early-stage treatment in an aggressive disease 

model. MnNP biodistribution was evaluated to confirm limited off-target delivery in both 

models. Tumor-bearing mice were treated with IəBŬ siRNA-loaded MnNPs, scrambled siRNA-

loaded MnNPs, or PBS to evaluate changes in tumor burden in terms of tumor weight and ascites 

accumulation. The safety profile of two treatment regimens was also evaluated to characterize 



63 
 

any toxicities caused by MnNP administration. Immune cell composition, macrophage 

phenotypes, and cytokine signaling were evaluated to investigate the mechanisms leading to 

differential outcomes and, ultimately, to demonstrate the effects of TAM repolarization on tumor 

suppression. 

3.3 Materials and Methods 

3.3.1 Materials 

All materials were purchased from Sigma-Aldrich unless otherwise noted. Monomethyl 

ether hydroquinone inhibitors were removed from dimethylaminoethyl methacrylate 

(DMAEMA) and butyl methacrylate (BMA) using an activated basic aluminum oxide column. 

All DNA and RNA oligonucleotides were purchased from Integrated DNA Technologies 

(Coralville, IA). For in vivo biodistribution studies, double stranded DNA (dsDNA) designed to 

be length-matched to therapeutic IəBŬ siRNA and conjugated with a cyanine-5 (Cy5) 

fluorophore was used. IəBŬ siRNA sequence was based on previous studies and the scrambled 

siRNA sequence was randomized from the IəBŬ sequence and analyzed via the Basic Local 

Alignment Search Tool (BLAST, NCBI) to ensure no off-target effects with our sequence.45,166 

Oligonucleotide sequences are listed in Supplemental Table 3.S1. 

3.3.2 Polymer Synthesis 

The mannose-poly(ethylene glycol)-(DMAEMA -co-BMA) (MnPEGDB) polymer was 

fabricated as previously described.67,69,70,166 Nucleophilic substitution of propargyl bromide with 

D-mannose to form mannose-alkyne was performed and characterized previously.166 The core of 

the micelle comprises a diblock copolymer fabricated using 4-cyano-4-

(ethylsulfanylthiocarbonyl)-sulfanylpentanoic acid (ECT) as a chain transfer agent (CTA) 
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conjugated to an azide-functionalized PEG (Az-PEG). The Az-PEG-ECT was then RAFT 

polymerized to DMAEMA and BMA as previously described to create a ñsmartò polymer 

capable of encapsulating anionic siRNA and inducing endosomal escape upon uptake.67,79,166 The 

AzPEGDB was then reacted with Mn-alkyne (1:3 azide:alkyne molar ratio) via copper-catalyzed 

azide-alkyne cycloaddition (CuAAC) using a previously optimized copper catalyst concentration 

of 0.75 mM with 5 mM of sodium ascorbate.166 Chemical structures and 1H-NMR for all reaction 

steps are shown in Supplemental Figures 3.S1-4, and mannose conjugation was verified with 

Fourier transform infrared (FTIR) spectroscopy as previously described (Supplemental Figure 

3.S5).166 All chemical structures were made using ChemDraw (PerkinElmer). FTIR spectroscopy 

was performed at the Vanderbilt Institute of Nanoscale Science and Engineering (VINSE) and all 

1H-NMR experiments were performed at the Vanderbilt Small Molecule NMR Facility on a 400 

MHz spectrometer (Bruker). 

3.3.3 Nanoparticle Preparation 

Nanoscale polymeric complexes were fabricated as previously described.67,83,166 To form 

mannosylated-nanoparticles (MnNPs) with oligonucleotides, MnPEGDB was dissolved in 90% 

(v/v) 10 mM citrate buffer (pH=4) with 200-proof ethanol (EtOH). MnNPs were complexed with 

either Cy5-dsDNA, IəBŬ siRNA, or scrambled siRNA for 30 minutes to form micelles before 

adding 5× volume 10 mM phosphate buffer (pH=8) for a final solution pH of 7.4. The micelle 

N+/P- ratio, determined by mole ratio of protonated amines on the DMAEMA polymer to the 

number of phosphates on the oligonucleotides, was chosen as 10:1 based on previous 

studies.67,166 Nanoparticle size and zeta potential were evaluated using a Malvern Zetasizer 

located at VINSE, and the results are shown in Supplemental Figure 3.S6. All in vitro 

treatments were conducted with a final concentration of 50 nM oligonucleotides and all in vivo 
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treatments were performed using a dose of 1 mg/kg (1 mg of oligonucleotide/kg of mouse 

weight). For in vivo NP preparation, the pH=7.4 solution was diluted in sterile phosphate 

buffered saline (PBS) without magnesium and calcium and centrifuged in 5000 MWCO 

Amicon® Ultra-15 Centrifugal Filters (Millipore Sigma; UFC905024) at 2000xg for 30 minutes. 

The concentrated NPs were diluted in PBS (-/-) and centrifuged again before adding PBS to get 

to the appropriate volume for a 1 mg/kg concentration. The final preparation was filtered through 

a 0.45 µm syringe filter before being used for intraperitoneal injection. 

3.3.4 Cell Culture and Tumor Induction 

 Unless otherwise noted, all cells were cultured in Dulbeccoôs Modified Eagleôs Medium 

(DMEM, low glucose, pyruvate, Gibco; 11885084) supplemented with 10% fetal bovine serum 

(FBS, certified, Gibco; 16000044) and 1% penicillin/streptomycin (P/S) at 37°C in a 5% CO2 

humidified atmosphere. ID8 ovarian tumor cells and TBR5 genetically modified ovarian tumor 

cells were used as previously described.174ï177 ID8 cells were from Dr. Sandra Orsulic178 and 

TBR5 cells were from Dr. Balkwill.179 All animal work was reviewed and approved by the 

Vanderbilt University Institutional Animal Care and Use Committee (IACUC). The ID8 cells 

were used in syngeneic C57Bl/6 background mice while TBR5 cells were used in syngeneic 

FVB background mice. For tumor induction, cells were resuspended in sterile PBS at a 

concentration of 5x106 cells/200 µL. A sterile 3 mL Luer-LokTM syringe with an 18G needle was 

used to inject of 5x106 cells tumor cells in 200 µL PBS intraperitoneally (IP) into each mouse. At 

endpoint, all mice were euthanized via carbon dioxide inhalation with secondary cervical 

dislocation as approved by IACUC protocols. 

Primary bone marrow-derived macrophages (BMDMs) were isolated from healthy 

female wild-type FVB mice and immortalized NGL-BMDMs were previously derived from NF-



66 
 

əB green fluorescent protein (GFP)-luciferase (NGL) reporter transgenic mice on an FVB 

background.180ï182 

3.3.5 Culturing and Treating Bone Marrow-Derived Macrophages 

Immortalized NGL-BMDMs were used from frozen stocks for in vitro experiments.182 

NGL-BMDMs were plated in 6-well plates at 1x106 cells/well in 2 mL of DMEM 

(ThermoFisher; 11995073) supplemented with 10% FBS and 1% P/S. The macrophages were 

polarized to M1 with 10 ng/mL each of IFN-ɔ and LPS for 24 hours and to M2 with 10 ng/mL of 

IL-4 for 48 hours. M2-polarized NGL-BMDMs were treated with Scr-MnNPs or IəBŬ-MnNPs 

for 24 hours before collecting cells for luminescent measurements. Samples were prepared for 

luminescence readings using a Luciferase Assay System (Promega; E4030) following the 

manufacturerôs instructions.  

3.3.6 In Vivo Biodistribution Studies in Ovarian Tumor-Bearing Mice 

For the preliminary 24-hour delivery study, 6 female C57Bl/6 mice were injected IP with 

5x106 ID8 ovarian tumor cells in 200 µL PBS. Tumors developed for 8 weeks before treatment. 

Control mice were injected with 200 µL PBS and treatment mice received 200 µL PBS 

containing MnNPs loaded with Cy5-dsDNA at the previously listed dosage. After 24 hours, the 

mice were sacrificed and the ascites, tumors, and spleens were collected. The ascites was 

centrifuged at 1500 rpm for 5 minutes, supernatant collected, and red blood cells (RBCs) lysed 

with 5 mL Geyz lysing buffer (4.15 g NH4Cl, 0.5 g KHCO3 in 500 mL MilliQ water) for 5 

minutes at 37°C. This step was repeated as needed until a clear pellet was obtained. The resulting 

cells were resuspended in PBS with 1% BSA and snap-frozen in liquid nitrogen for RNA 

isolation or protein analysis. The solid tumors were collected into 3 mL DMEM (MT-10-13-CV) 
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containing 10% FBS and 1% P/S for one hour on ice. The tissue was cut into small pieces and 

resuspended in 3 mL DMEM with 200 µL Collagenase A (Roche; 10103578001), 300 µL 

hyaluronidase (Sigma; H4272), 500 µL DNase I (Sigma; D5025), and 30 µL amphotericin B 

(ThermoFisher; 15290026) and placed at 37°C for 2 hours with frequent vortexing. The solution 

was filtered through a 70 µm strainer to form a single cell suspension used for flow cytometry. 

Tumors were then treated with the same RBC lysis buffer as the ascites. Similarly, spleens were 

collected in DMEM (10% FBS, 1% P/S) for one hour on ice, chopped into small pieces, and 

immediately filtered through a 70 µm strainer twice. The final single cell suspension was treated 

with RBC lysis buffer before flow analysis.  

 The long-term biodistribution study was performed in the TBR5 ovarian tumor model. 10 

female FVB mice received IP injections of 5x106 TBR5 cells in 200 µL PBS (day 0). Tumors 

developed for 7 days before starting treatment on day 7. Mice either received IP injections of 100 

µL PBS or 100 µL Cy5-MnNPs. Treatments were performed on days 7, 10, 14, and 17 before 

takedown on day 18. Single cell suspensions were made from tumors, ascites, and spleen as 

previously described and used for flow cytometry analysis. 

3.3.7 Flow Cytometry of In Vivo Biodistribution 

Single cell suspensions were obtained from the tumors, ascites fluid, and spleens of either 

ID8 or TBR5 tumor-bearing mice. For ID8 24-hour biodistribution, the cells were resuspended in 

flow buffer (PBS with 2 mM EDTA and 0.5% (v/v) BSA) at 1x106 cells/50 µL buffer. The 

following anti-mouse antibodies were used: CD45 PE-Cy7 (eBioscience; 25-0451-82), F4/80 PE 

(eBioscience; 12-4801-82), and Gr-1 Alexa Fluor 700 (eBioscience; 53-5931-82). After staining 

for 30 minutes, the cells were rinsed in PBS and resuspended in flow buffer before running flow 
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analysis at the Vanderbilt Flow Cytometry Shared Resource. All flow analysis was performed 

using FlowJo v10.7.1. Flow gating strategy is shown in Supplemental Figure 3.S7. 

For the TBR5 biodistribution study, flow cytometry was performed as previously 

described.183 The cells were incubated in an Fc block (BD Biosciences; 553142) for 10 minutes 

at RT, stained for surface markers for 15 minutes at RT, washed with a FACS buffer containing 

PBS with 2% (v/v) FBS, and resuspended in the FACS buffer for flow analysis on a Miltenyi 

MACSQuant Analyzer 10 or 16. The eBioscienceTM Foxp3/transcription factor staining buffer 

kit (Fisher Scientific; 00-5523-00) was used for intracellular staining. After surface staining, the 

cells were fixed and permeabilized for 20 minutes at 4°C before staining for intracellular markers 

for 30 minutes at 4°C. To quantify cell viability, a Ghost Dye Red 780 viability marker (1:4000, 

Cell Signaling Technology; 18452S) was used. The following anti-mouse antibodies were used: 

CD45 BV510 (1:1600, BioLegend; 103138), CD3 FITC (1:200, BioLegend; 100204), CD4 

PerCP-Cy5.5 (1:600, BioLegend; 100540), CD8a PE (1:800, eBioscience; 12-0081-82), B220 

e450 (1:400, ThermoFisher; 48-0452-82), NKp46 PE-Cy7 (1:200, BioLegend; 137618), CD11c 

PE (1:1000, BioLegend; 117308), CD11b e450 (1:1600, ThermoFisher; 48-0112-82), F4/80 PE-

Cy7 (1:800, BioLegend; 123114), Ly6C FITC (1:4000, BioLegend; 128006), and Ly6G PerCP-

Cy5.5 (1:800, BioLegend 127616). Flow cytometry data were analyzed with FlowJo v10.7.1. 

Representative gating strategies of ascites, tumors, and spleens are shown in Supplemental 

Figures 3.S8-10. 

3.3.8 In Vivo Tumor Studies 

Treatment of the ID8 ovarian tumor model was formulated as a late-stage disease 

treatment. Similar to uptake studies, 5x106 ID8 ovarian tumor cells in 200 µL PBS were IP 

injected into 15 female C57Bl/6 mice (day 0) and allowed to develop tumors for 7 weeks. 
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Starting on day 49, mice received IP injections of 100 µL PBS, Scr-MnNPs, or IəBŬ-MnNPs for 

3 consecutive days. MnNPs were given at a dose of 1 mg/kg. The mice were euthanized one day 

after the final treatment. Blood samples were collected for liver (aspartate aminotransferase, 

AST, and alanine aminotransferase, ALT) and kidney (blood urea nitrogen, BUN) enzyme 

measurements and the ascites volume was measured and collected. Normal ranges for serum 

AST, ALT, and BUN levels were referenced from the Vanderbilt University Translational 

Pathology Shared Resource TPSR). Tumors and spleens were then harvested. The ascites fluid 

was collected, centrifuged, and the supernatant stored for protein serum concentration analysis as 

described above. The remaining ascites cell pellet was further processed with RBC lysis as 

described above until the cell pellet was clear. The cell pellet was frozen at -80°C for RNA 

isolation. Tumors were weighed, cut in half, and one half was snap frozen in liquid nitrogen for 

RNA isolation. The other tumor half and the entire spleens were fixed in 10% formalin for 48-72 

hours for histology before being switched to 70% EtOH. Processing, embedding and sectioning, 

and hematoxylin and eosin (H&E) staining of tumor tissue, as well as blood chemistry analyses, 

were performed by the Vanderbilt University Medical Center (VUMC) Translational Pathology 

Shared Resource (TPSR) core. H&E-stained tissues were imaged using the EVOS XL Core 

microscope (ThermoFisher) on 4x and 10x brightfield magnification.  

 The faster developing TBR5 model was used to model a more aggressive, early-stage 

treatment strategy. 5x106 TBR5 ovarian tumor cells in 200 µL PBS were IP injected into 15 

female FVB mice (day 0) and allowed to develop tumors for 7 days. A biweekly treatment was 

adopted to combat the aggressive growth. Mice received IP injections of 100 µL PBS, Scr-

MnNPs, or IəBŬ-MnNPs on days 7, 10, 14, 17, and 21 and the mice were sacrificed on day 22. 

For the extended study, additional MnNP treatments were administered on days 24 and 28 before 
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euthanizing mice on day 29. Similar to the ID8 model, blood samples and ascites were collected 

immediately after takedown before surgically removing the spleens and tumors. The ascites was 

centrifuged and supernatant collected. The tumors were weighed and then split into two samples: 

one for fixation and one for snap freezing for RNA isolation. Spleens were fixed as previously 

described. The same analyses performed on the ID8 ovarian tumors were repeated here. For flow 

cytometry analysis, CD3 APC (1:200, BioLegend; 100236) and CD8a AF488 (1:1600, 

BioLegend; 100723) were used in place of CD3 FITC and CD8a PE used for biodistribution. The 

rest of the panel was the same with the addition of the following anti-mouse antibodies: CD206 

APC (1:500, BioLegend; 141708), FOXP3 PE (1:125, ThermoFisher; 12-5773-82), and PD-1 PE 

(1:100, BioLegend; 135206). Flow gating strategy was repeated as previously shown. To 

visualize tumor cells populations, cells were gated on forward scatter (FSC) vs side scatter 

(SSC), single cells (FSC-area vs FSC-height), live/dead, and CD45-. The CD45- cells were 

visualized again as FSC vs SSC where a clear population of ñbigò SSC-high (SSChi) cells were 

present only in cells from the solid tumors and ascites, but not the spleen. Representative tumor 

cells gating is shown in Supplemental Figure 3.S11. 

3.3.9 Immunofluorescent Staining for Confocal Imaging of Tumor Sections 

The protocol of immunofluorescent staining and analysis has been previously 

described.167 To evaluate CD8 T cell infiltration, the primary antibody rat anti-mouse CD8 

(Novus Biologicals; BP1-49045SS, 1:100) was used with a secondary goat anti-rat IgG Alexa 

Fluor 488 (Abcam; ab150157). Previously sectioned tumor samples were deparaffinized in 

Xylenes 2x for 10 minutes each. The samples were then rehydrated in 100% EtOH 2x for 2 

minutes each, and then once each in 90%, 80%, and 70% EtOH (v/v in DI water) for 2 minutes. 

The slides were then incubated on a shaker in 0.1% Sudan Black Dye solution (diluted in 70% 
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EtOH) for 20 minutes before one more 2-minute wash in 50% EtOH. The sections were then 

permeabilized in 1X Tris-buffered saline (TBS) with 0.1% Tween 20 (TBST) for 20 minutes, 

rinsed in TBS for 5 minutes, and finally rinsed briefly with Milli-Q DI water. Antigen retrieval 

was performed by placing slides in a rice cooker with a 10mM sodium citrate solution (pH=6.0) 

with 0.1% Tween 20 and heated for 15-20 minutes before cooling at RT for 30 minutes. The 

slides were then washed 3x with TBS for 5 minutes each. Slides were treated with a blocking 

buffer comprised of 4 mL 0.5% TBST, 0.04 g bovine serum albumin, and 250 µL goat serum 

(Abcam; ab7481) for one hour in a humidified chamber at RT. The blocking buffer was aspirated 

and 100 µL of primary antibody was added and incubated at 4°C overnight. The primary 

antibody was aspirated and each slide washed 3x for 10 minutes each in TBST and then rinsed a 

final time with TBS for 5 minutes while shaking. The TBS was aspirated and 100 µL of 

secondary antibody was diluted in blocking buffer (1:1000) and incubated at RT in the dark for 2 

hours. The slides were washed 3x for 10 minutes each in TBST followed by a single 5-minute 

wash in TBS on a shaker. DAPI (0.1 µ/mL) was added to each slide and incubated at RT for 5 

minutes to stain cell nuclei. The slides were washed 2x for 3 minutes each in TBS and then 20 

µL ProLongTM Gold Antifade Mountant (ThermoFisher; P36930) was added to preserve 

fluorescent signal. Slides were stored at 4°C until imaging was performed via fluorescent 

microscopy (Nikon C1si + confocal microscope system on Nikon Eclipse Ti-0E inverted 

microscope base, Plan APO VC 20× objective, 405/488 dichroic mirror). Images were analyzed 

using Fiji in ImageJ.184 

3.3.10 RNA Extraction for Quantitative Reverse Transcription Polymerase Chain Reaction 

(qRT-PCR) 
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For in vitro BMDM experiments, RNA was isolated using the RNeasy Mini Kit (Qiagen; 

74106) and residual DNA was removed using the RNase-Free DNase set (Qiagen; 79256). 

cDNA was synthesized with SuperScript IV reverse transcriptase kit (Invitrogen; 18090050). 

Quantitative reverse transcription polymerase chain reaction (qRT-PCR) was performed using 

SsoAdvanced Universal SYBR Green Supermix (Bio-Rad; 1725270) on a CFX96 real-time PCR 

instrument and software (Bio-Rad) through the VUMC Molecular Cell Biology Resource 

(MCBR) core.  

 For in vivo experiments, RNA was extracted from both the ascites cells and tumor cells 

using TRIzolTM (Invitrogen; 15596026) and a Direct-zol RNA Miniprep kit (Zymo Research; 

R2050). Snap frozen tumor samples were ground into small pieces with a mortar and pestle 

before suspending in 300 µL TRIzol solution. The ascites pellet was resuspended in 300 µL 

TRIzol solution. Both solutions were used with the Direct-zol RNA Miniprep kit following the 

manufacturerôs instructions. Final RNA concentration was measured with a NanoDrop 200 

spectrophotometer (Biotek). cDNA fabrication and qRT-PCR were performed as described 

above. All primer sequences are listed in Supplemental Table 3.S2. For all experiments, target 

genes were normalized to a housekeeping gene (B2M or GAPDH) to obtain the ȹCT value. All 

qRT-PCR data is shown as relative expression using the 2-ȹȹCT method. 

3.3.11 Western Blot 

Protein isolated from ascites cells in the TBR5 experimental model was used for western 

blot analysis of IəBŬ expression. Whole protein isolation, western blotting, and signal detection 

were performed as previously described.185 Primary antibodies used were rabbit polyclonal anti-

IəBŬ (1:100 dilution, Cell Signaling Technology; 9242). Equal loading was confirmed using 
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mouse monoclonal anti-histone H3 (1:1000 dilution, Cell Signaling Technology; 14269S) as a 

loading control. Uncropped blots are shown in Supplemental Figure 3.S12. 

3.3.12 Statistical Analysis 

All statistical analyses were performed using a one-way ANOVA with Tukeyôs multiple 

comparison test in the case of two or more groups, a two-way ANOVA with Tukeyôs multiple 

comparison test in the case of two or more groups in two or more sets, or a two-tailed studentôs t-

test in the case of only two groups, all with Ŭ = 0.05. Statistical analyses were performed using 

GraphPad Prism v8.4.3. All figures were made using Adobe Photoshop 2020 v21.2.2. 

3.4 Results 

3.4.1 Quantifying Changes in NF-əB Activation in MnNP-Treated Macrophages 

Knockdown of IəBŬ by targeted siRNA results in activation of the canonical NF-əB 

pathway known to promote inflammation through the M1 polarization of macrophages.41,42 To 

assess activation of canonical NF-əB following treatment with IəBŬ siRNA loaded into MnNPs, 

immortalized BMDMs derived from NF-əB green fluorescent protein (GFP)-luciferase (NGL) 

reporter transgenic mice (FVB background) were cultured.45,180 The NGL-BMDMs express a 

GFP-luciferase fusion protein in response to NF-əB activation allowing for luminescence as a 

method to quantify M1 polarization. BMDMs were polarized to an M2 phenotype via 

interleukin-4 (IL-4) stimulation for 24 or 48 hours before treating with MnNPs for 24 hours. 

Control groups of M1-polarized or unpolarized (M0) BMDMs were also included. M1 

polarization was induced via treatment with interferon-ɔ (IFN-ɔ) and lipopolysaccharide (LPS) 

for 24 hours. For the 48 hour-stimulated M2 BMDMs, the IəBŬ-MnNP treatment significantly 

increased luminescence compared to both the PBS control and the Scr-MnNP treatment, 
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indicating activation of canonical NF-əB (Figure 3.1). M2 macrophages treated with MnNPs 

loaded with IəBŬ siRNA activated NF-əB to levels equivalent to M1 macrophages treated with 

PBS as estimated by luminescence intensity, indicating a robust shift in macrophage phenotype 

induced by IəBŬ-MnNP treatment. Interestingly, for the 24 hour-stimulated M2 BMDMs, both 

Scr-MnNP and IəBŬ-MnNP treatments increased luminescence, indicating potential activation of 

canonical NF-əB due to the mannosylated carriers themselves. There was no significant change 

in luminescent intensity for Scr-MnNP treatments between 24- and 48-hour IL-4 stimulation, 

while the IəBŬ-MnNP treatment significantly increased luminescent intensity for the longer 

stimulated M2 macrophages. 

 

Figure 3.1: NF-əB Activation in MnNP -Treated Polarized NGL-BMDMs.  BMDMs isolated from NGL 

reporter mice were polarized to M1 (IFN-ɔ+LPS) or M2 (IL-4, 24 or 48 hours) or left unpolarized (M0) and 

examined for luminescent readout. The M2-polarized BMDMs were also treated with MnNPs for 24 hours 

before measuring luminescence. For the 24 hour-polarized M2 BMDMs, the Scr- and IəBŬ-MnNP treatments 

both increased NF-əB activation, but this effect was more pronounced in the 48-hour IL-4-treated BMDMs, 

especially with the IəBŬ-MnNP (n=3, *p<0.05 **p<0.001 ##p<0.001). 
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3.4.2 Biodistribution Analysis of MnNPs in a Late-Stage ID8 Ovarian Tumor Model  

Biodistribution studies were conducted to evaluate in vivo delivery of MnNPs to specific 

cell populations. Female C57Bl/6 mice received intraperitoneal (IP) injections of 5x106 ID8 

ovarian tumor cells and were monitored for tumor development for 8 weeks. The ID8 model is 

slow-developing (>7 weeks) and is often used for studying late-stage ovarian cancer.176,186,187 

These mice received a single IP injection of MnNPs loaded with Cy5-labeled double-stranded 

DNA (Cy5-MnNPs) 8 weeks after tumor induction. The ascites fluid, tumors, and spleens were 

collected from the mice 24 hours after MnNP administration and processed for flow cytometry. 

Cy5 fluorescence was used to estimate MnNP biodistribution. The general cell population was 

gated on forward-scatter (FSC) vs. side-scatter (SSC). Immune cells were gated on CD45 

followed by F4/80 vs. Gr-1 to visualize immune cell subsets. The MnNPs were located almost 

exclusively in the tumor and ascites with 15.4% of cells in the tumor and 59.7% of cells in the 

ascites gating positive for Cy5 compared to <1% of cells in the spleens (Figure 3.2A). 

Additional gating on the general macrophage population (CD45+/F4/80+) revealed that 75.7% of 

TAMs and 61.3% of the macrophages in the ascites were associated with Cy5-MnNPs, 

consistent with the anticipated delivery of cargo to these cell types in the peritoneal cavity 

(Figure 3.2B). Gr-1 gating demonstrated the same trends in both mature macrophage 

(F4/80+/Gr-1-) and myeloid cell (F4/80-/Gr-1+) populations, with high percent uptake in the 

tumor and ascites and negligible delivery to the spleen (Figure 3.2C,D). These results suggest 

that even a single IP injection of MnNPs examined after 24 hours is able to deliver the payload to 

high percentages of macrophages in the tumors and ascites. 
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Figure 3.2: MnNP Biodistribution in ID8 Tumor Model.  C57Bl/6 mice bearing ID8 ovarian tumors were 

treated IP with Cy5-MnNPs. After 24 hours, the ascites, tumors, and spleens were collected for flow cytometry 

analysis. (A) The general cell population gated on FSC vs. SSC revealed a high percentage of MnNP+ cells in 

the ascites and almost 20% of cells in the tumor, but negligible delivery to any cells in the spleen. (B) Gating 

on CD45+/F4/80+ macrophages revealed that about 60% of macrophages in the ascites and ~75% of TAMs 

were MnNP+. Additional gating for (C) Gr-1- mature macrophages and (D) Gr-1+ myeloid cells also revealed 

high percentages of MnNP uptake in the ascites and tumor (n=3, *p<0.05 **p<0.001). 



77 
 

3.4.3 Endpoint MnNP Treatment of Late-Stage Disease Reveals Encouraging Effects 

 To evaluate the anti-tumor efficacy of MnNP treatments in late-stage disease, ID8 

ovarian tumor cells were injected into the peritoneal cavity of female C57Bl/6 mice and allowed 

to progress for 7 weeks. Once these mice approached humane endpoint, MnNP treatments were 

administered by IP injection daily for 3 consecutive days. The treatment groups included a PBS 

control or MnNPs containing the Scr siRNA (Scr-MnNPs) or the IəBŬ siRNA (IəBŬ-MnNPs). 

Mice were euthanized 24 hours after the final injection (Figure 3.3A). This model was chosen 

because ID8 ovarian tumors are known to produce high ascites volumes, which comprise large 

populations of immunosuppressive macrophages, and reflect a significant subpopulation of 

human ovarian cancers.177 In this way, the ID8 model could be used to evaluate the effects of 

MnNP-mediated siRNA delivery to immunosuppressive macrophage populations in hopes of 

seeing changes in the immune cells. Additionally, a 3-consecutive day treatment at endpoint was 

used to evaluate toxicity of multi-day MnNP injections. Importantly, limited toxicity was 

observed in mice treated with MnNPs with serum levels of aspartate aminotransferase (AST), 

alanine aminotransferase (ALT), and blood urea nitrogen (BUN) all falling within normal ranges 

(indicated as horizontal dotted lines) despite slight elevation in AST levels in the IəBŬ-MnNP 

treatment (Figure 3.3B-D). While the 3-day MnNP treatment did not result in toxicity, there was 

also no significant change in tumor burden as evaluated by ascites volume and tumor weight at 

endpoint (Figure 3.3E,F). The trend of decreasing ascites volume from 5.1±1.4 mL in the 

control to 2.8±1.1 mL in the IəBŬ-MnNP treatment provided encouragement that beneficial 

changes were occurring, but this effect was minimal due to the late-stage treatment of advanced 

disease. However, hematoxylin and eosin (H&E) staining of tumor sections revealed visible 

differences in the treatment groups, most noticeably areas of decreased epithelial cellularity that 
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could result from an increase in cell death (Supplemental Figure 3.S13). For cells collected 

from the ascites, there was a significant increase in RNA expression of the M1 marker C-C motif 

chemokine ligand 3 (CCL3) and a trend of increased tumor necrosis factor-Ŭ (TNF-Ŭ) expression 

in the IəBŬ-MnNP treatment compared to control (Figure 3.3G,H). Finally, there was a 

significant decrease in immunosuppressive interleukin-6 (IL-6) expression in both MnNP 

treatments (Figure 3.3I). Expression of an additional M1 marker C-X-C motif ligand 9 

(CXCL9), a chemokine responsible for attracting CD8 T cells, trended upward in the ascites, 

while CCL3 and TNF-Ŭ expression in cells from solid tumors also trended upward but not 

significantly (Supplemental Figure 3.S14). 

Figure 3.3: Endpoint Analysis of ID8 Tumors Treated with Therapeutic MnNPs. (A) Treatment schematic for 

development of ID8 ovarian tumor model and 3-day MnNP treatment. Serum levels of (B) AST, (C) ALT, and (D) 

BUN were evaluated at endpoint. AST and ALT were significantly elevated in IəBŬ-MnNP treatment, but still 

within normal ranges while BUN levels were unchanged (n=5, *p<0.05). Changes in (D) ascites volume and (E) 

tumor weight at takedown (n=10, color indicates experimental groupings). RNA isolated from the ascites cells 

revealed increases in the inflammatory cytokines (G) CCL3 and (H) TNF-Ŭ (PBS control n=5, Scr-MnNP n=3, 

IəBŬ-MnNP n=4, *p<0.05). (I ) Cells in the ascites also significantly decreased in expression of IL-6 in both MnNP 

treatments (PBS control and IəBŬ-MnNP n=4, Scr-MnNP n=5, *p<0.05). 
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3.4.4 Biweekly Treatment of Ovarian Tumors Reveals Macrophage-Specific Delivery in Ascites 

and Solid Tumors 

To evaluate the effects of repetitive IəBŬ-MnNP treatment on a more aggressive tumor 

model, the TBR5 ovarian model in FVB mice was adopted. Biodistribution was assessed to 

confirm preferential in vivo delivery of MnNPs to macrophage populations in the ascites and 

solid tumor. The TBR5 model exhibits rapid disease progression (over the course of 28 days) and 

provides a platform to characterize the impact of a feasible treatment schedule in an aggressive 

model. Due to rapid progression, a biweekly (twice per week) treatment regimen for 2 weeks 

(total of 4 treatments) was used. Cy5-MnNPs were delivered via IP injection to evaluate 

biodistribution. One day after the final treatment, the ascites, solid tumors, and spleens were 

collected and processed for flow cytometry analysis. Initial gating on the immune cell population 

(CD45) revealed that 89% of CD45+ immune cells in the ascites and 34.1% of CD45+ immune 

cells in the solid tumor were positive for Cy5-MnNPs compared to 11.4% and 2.6% uptake in the 

non-immune cell (CD45-) populations of the ascites and tumors, respectively (Figure 3.4A). 

Additionally, there was negligible uptake (<1%) in any cells in the spleen, supporting our 

hypothesis that IP delivery can abrogate the off-target delivery normally associated with IV 

treatment.  

Additional gating on specific immune cell populations was performed to examine 

macrophage targeting. Lymphocyte gating included CD45+/CD3+/CD4+ and 

CD45+/CD3+/CD8a+ markers for CD4 and CD8 T cells, respectively. B cells were gated 

CD45+/CD3-/B220+ and natural killer (NK) cells were gated CD45+/CD3-/NKp46+. Myeloid 

populations were gated CD45+/CD11c+/CD11b- for dendritic cells (DCs) and CD45+/CD11c-

/CD11b+ for macrophages (F4/80hi) and monocytes (F4/80lo). Macrophages and monocytes 
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were further gated Ly6C+/Ly6G- to remove neutrophils and eosinophils.188 When examining 

delivery to the macrophage (CD11b+/F4/80hi), monocyte (CD11b+/F4/80lo), and other immune 

cell (CD11b-/F4/80-) populations in the different organs, the Cy5-MnNPs were almost 

exclusively localized to the macrophages and monocytes in the ascites and tumors with 

negligible uptake in the spleen (Figure 3.4B). In tumors, MnNP delivery was significantly 

greater in macrophages compared to all other immune cell populations (Figure 3.4C). 

Additionally, 85.7% of macrophages and 84.3% of monocytes in the ascites were Cy5-MnNP+, 

which was significantly elevated compared to all other immune cell populations (Figure 3.4D). 

Figure 3.4: Biodistribution of Biweekly MnNP Treatment in TBR5 Model.  MnNP biodistribution in the TBR5 

ovarian tumor model was examined via flow cytometry. (A) Cy5-MnNPs demonstrated significant increase in 

uptake in CD45+ immune cells in both the ascites and solid tumor compared to the CD45- populations (n=5, 

##p<0.001). MnNPs were also associated with over 89% of CD45+ cells in the ascites and 30% of CD45+ cells in 

the solid tumor (**p<0.001). (B) Direct comparison of the different organs for macrophages, monocytes, and other 

immune cells revealed targeted delivery to the tumors and ascites with minimal off-target delivery to the spleens 

(n=5, **p<0.001). Macrophages displayed significantly elevated %MnNP+ levels compared to most other immune 

cells in the (C) tumor, (D) ascites, and (E) spleen. The %MnNP+ macrophage population was significantly higher 

than all other immune cell subtypes in the tumor, and higher than all other subtypes except monocytes in the 

ascites and spleen (n=5, *p<0.05, **p<0.001). 
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Finally, only 3.9% of macrophages in the spleen exhibited uptake of Cy5-MnNPs, demonstrating 

limited off-target delivery (Figure 3.4E). These results demonstrate the intended targeting to 

TAMs as well as macrophages in the ascites with minimal off-target delivery to other immune 

cells or organs. Additionally, the biweekly treatment adopted for the aggressive tumor model 

exhibited greater MnNP uptake than observed in the previously used late-stage ID8 model.  

3.4.5 Delivery of IəBŬ-MnNPs to TAMs Prevents Ascites Accumulation and Alters Immune 

Cell Phenotype 

The TBR5 ovarian tumor model was used to elucidate the effects of IəBŬ-MnNP 

treatment on an aggressive ovarian tumor model. After tumor cell injection on day 0, MnNPs 

were injected on days 7, 10, 14, 17, and 21 before mice were humanely sacrificed on day 22 

(Figure 3.5A). Serum was collected and evaluated for AST, ALT, and BUN levels as previously 

described and, similar to the ID8 model, there was no detectable toxicity as a result of MnNP 

treatment (Figure 3.5B-D). In contrast to the ID8 model, MnNP treatment in the TBR5 model 

significantly decreases ascites accumulation and slightly decreases tumor burden (Figure 

3.5E,F). Additionally, the weight gain associated with ascites fluid buildup in the PBS control 

group was abrogated in the MnNP-treated mice (Supplemental Figure 3.S15).  

Similar to the ID8 model, there were clear indications of changes in tumor tissue as 

evaluated by H&E staining of tumor sections. The PBS control tumor appeared to only contain 

healthy cells while the Scr-MnNP treatment revealed some indications of depleted tumor cell 

populations based on observations in decreased cellularity (Supplemental Figure 3.S16). 

Meanwhile, the IəBŬ-MnNP treatment appeared to result in immune cell infiltration as 

evidenced by the increase in darker stained areas in the tumor sections (Supplemental Figure 

3.S16). In both the ascites and tumor cells, there was a trend of decreasing IəBŬ RNA expression 
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in mice treated with IəBŬ-MnNPs, but this change was not significant (Supplemental Figure 

3.S17). Worthy of note was the observation of a relative increase in IəBŬ expression between the 

PBS control and the Scr-MnNP treatment in the ascites, which was abrogated by IəBŬ-MnNP 

treatment. However, there was a clear decrease in IəBŬ protein levels in the cells isolated from 

the ascites, indicating functionality of the IəBŬ siRNA in vivo (Figure 3.5G). Delivery of IəBŬ-

MnNPs also significantly increased expression of CXCL9 (M1 marker) and decreased Arginase-

1 expression (M2 marker), while both MnNP treatments significantly decreased IL-6 expression 

Figure 3.5: Endpoint Analysis of Biweekly MnNP Treatment in TBR5 Model. (A) Treatment schematic for 

development of TBR5 ovarian tumor model and biweekly MnNP treatment.  Serum was collected at endpoint to 

evaluate circulating levels of (B) AST, (C) ALT, and (D) BUN (n=5). Changes in (E) ascites volume and (F) tumor 

weight at endpoint (n=15, *p<0.05). (G) Western blot analysis of cells in the ascites revealed changes in IəBŬ 

protein levels (cropped image of western bands). RNA was collected from ascites cells and examined for expression 

of (H) CXCL9, (I ) IL-6, and (J) Arginase-1 (PBS Control n=4, Scr- and IəBŬ-MnNP n=3, *p<0.05, **p<0.001). 

RNA collected from tumor cells was examined for expression of (K ) TNF-Ŭ and (L ) Arginase-1 (n=5, *p<0.05, 

**p<0.001). 
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(Figure 3.5H-J). Importantly, MnNP treatment in TBR5 mice also significantly increased 

expression of the inflammatory cytokine TNF-Ŭ in the tumor, indicating a shift in the tumor 

microenvironment (Figure 3.5K). Finally, there was a 5.2-fold decrease in Arginase-1 

expression in the IəBŬ-MnNP treatment compared to control (Figure 3.5L). Immunofluorescent 

(IF) staining of tumor sections for CD8 T cells was used to visualize T cell infiltration into 

treated tumors, which suggested an increase in CD8 T cells in tumors treated with IəBŬ-MnNPs 

(Supplemental Figure 3.S18). 

3.4.6 Extended IəBŬ-MnNP Treatment Alters Immune Cell Populations and Provides Robust 

Anti-Tumor Immune Response  

 An extended MnNP treatment in the TBR5 model was used to further evaluate treatment 

effects on tumor progression and immune cell composition. TBR5 cells were injected IP and 

treatments started on day 7 and administered twice per week for 7 total treatments (Figure 

3.6A). The extended treatment significantly reduced both ascites volume accumulation and final 

tumor weight in both MnNP treatments, with a slightly more pronounced effect in the IəBŬ-

MnNP treatment (Figure 3.6B,C). The weight gain associated with ascites development was 

again abrogated similar to the previous study (Supplemental Figure 3.S19). Flow cytometry 

analysis was conducted to evaluate changes in immune cell populations after treatment. The 

percent of tumor cells (gated CD45-/SSChi) in the ascites and tumor was significantly decreased 

in the IəBŬ-MnNP treatment compared to the PBS control (Figure 3.6D,E). Similar to previous 

results, the Scr-MnNP treatment led to a non-significant decrease in the percent of tumor cells 

compared to the control, indicating a slight therapeutic effect of the MnNPs themselves. 

Furthermore, the immune cells in the tumor and ascites were altered due to MnNP treatments. 

The percent of M2-like TAMs (F4/80int/CD206+) was significantly decreased by IəBŬ-MnNP 
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treatment in both the tumor and ascites compared to both the PBS control and Scr-MnNP 

treatment (Figure 3.6F). The Scr-MnNP treatment significantly decreased the percent of M2-like 

TAMs compared to the control, but not to the level of IəBŬ-MnNPs. Similarly, the ratio of 

M2/M1-like TAMs was significantly decreased in both MnNP treatments, with the effect being 

more pronounced in the IəBŬ-MnNP treatment (Figure 3.6G). Additional analyses revealed that 

IəBŬ-MnNP treatment significantly increased the percent of classical (M1-like) monocytes 

(F4/80int/Ly6C+/Ly6G-) in the ascites and significantly increased the percent of NK cells (CD3-

Figure 3.6: Increased Therapeutic Benefit in Extended MnNP Treatment Model. (A) Treatment schematic for 

extended MnNP treatment in the TBR5 tumor model. Changes in (B) ascites volume and (C) tumor weight at 

endpoint (n=4, *p<0.05, **p<0.001). Flow cytometry gating on CD45-/SSChi cells revealed significant changes in 

the percent of tumor cells in the (D) ascites and (E) tumors. Cells gated on F4/80int/CD206+ revealed significant 

decreases in (F) the percent of M2-like TAMs and (G) the ratio of M2 (CD206+):M1 (CD206-) TAMs. The cells 

also revealed significant increases in (H) classical monocytes (F4/80int/Ly6C+/Ly6G-) in the ascites and (I ) NK 

cells (CD3-/B220-/NKp46+) in the tumor (n=4, *p<0.05, **p<0.001). 
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/B220-/NKp46+) in the tumor (Figure 3.6H,I). Quantification of all immune cell populations 

also revealed trends of increasing CD8 T cells and dendritic cells while the percent of CD4 T 

cells was decreased (Supplemental Figure 3.S20). Taken together these results demonstrate the 

robust anti-tumor effects of IəBŬ-MnNP treatment due to altering the tumor immune 

microenvironment. 

3.5 Discussion 

Repolarizing TAMs for cancer immunotherapy is a rapidly growing field of study with 

encouraging early results.37,82 Our group has previously identified RNA interference (RNAi) as 

an ideal candidate for altering TAM phenotype.45 We have also demonstrated the anti-tumor 

effects of repolarizing TAMs by activating canonical NF-əB specifically in macrophages.167 One 

of the primary challenges associated with translating this successful approach to intact living 

systems is the need for strongly preferential delivery of the siRNA payload to TAMs in vivo. Our 

group has made tremendous progress in developing a polymeric nanoparticle system capable of 

targeting M2-like TAMs while simplifying and optimizing the fabrication process.69,70,166 

Additionally, our combined expertise in studying ovarian tumors along with the potential 

benefits of relatively localized delivery via IP injections led to our decision to evaluate MnNP 

treatment in models of ovarian cancer.177 Additionally, Zhang, et. al., recently demonstrated 

ovarian tumor regression following IP administration of a different polymeric nanoparticle 

system loaded with mRNA encoding interferon regulatory factor 5 (IRF-5) to TAMs. However, 

this delivery system produced significant off-target IRF-5 activation in the spleens, causing M1 

macrophage activation outside the TME.82 In this study, we demonstrate the advantages of 

treating ovarian tumor-bearing mice with siRNA-loaded MnNPs to evaluate in vivo targeting to 

TAMs, changes in immune cell composition, and subsequent effects on tumor progression.   
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The initial in vitro study was designed to evaluate the ability of IəBŬ siRNA to activate 

the canonical NF-əB pathway in M2-polarized BMDMs. We had previously shown the 

knockdown of IəBŬ RNA expression and protein levels in M2 BMDMs treated with IəBŬ-

MnNPs.166 This study demonstrated that the knockdown of IəBŬ in BMDMs also corresponded 

with increased canonical NF-əB activation as evaluated by luminescent readout. This study was 

also the first to reveal the potential for the mannosylated carrier to stimulate pro-inflammatory 

effects in macrophages even with an inert siRNA payload. While the IəBŬ-MnNP increased 

luminescent readout to the level of the M1 control BMDMs, the Scr-MnNP also had an 

intermediate effect in increasing NF-əB activation. This result is consistent with other reports of 

inert particles decorated with mannose modulating macrophage phenotype and promoting 

inflammation with modest anti-tumor effects.82,189 Jaynes, et al., have recently shown that even 

specific binding to the CD206 mannose receptor alters the receptor conformation and leads to 

subsequent changes in macrophage phenotype.190 This phenomenon can provide extra benefit for 

our purposes as we consistently observed a synergistic effect of the MnNP loaded with IəBŬ 

siRNA producing a robust repolarization of macrophages to a pro-inflammatory phenotype.  

After establishing NF-əB activation in vitro, the MnNPs were used to treat two separate 

models of ovarian cancer. These models were chosen to evaluate two forms of treatment: late-

stage treatment of advanced disease (ID8) and early-stage, repetitive treatment of an aggressive 

disease model (TBR5). To examine biodistribution in the late-stage model, the mice developed 

tumors until close to humane endpoint (based on swelling due to ascites buildup) and then a 

single MnNP dose was administered 24 hours before collection. These results revealed that even 

24 hours after a single treatment, MnNPs preferably associated with macrophages in the ascites 

and tumor with no targeting to the spleen. This experiment confirmed our hypothesis that an IP 



87 
 

injection for treating ovarian tumors could nullify the concerns often associated with IV injection 

of nanoparticles. Furthermore, the addition of the mannose moiety on the NPs prevented any off-

target delivery to the spleen observed by other groups using non-decorated NP systems.82 By 

injecting directly into the peritoneal cavity, the MnNPs were immediately exposed to the desired 

cell population in the target organ where they deliver a payload with improved specificity 

mediated via active endocytosis due to mannose conjugation. One of the major drawbacks with 

IV delivery of nanoparticles is the reliance on the enhanced permeability and retention (EPR) 

effect. While the EPR effect has been a cornerstone of developing nanomaterials therapies to 

target solid tumors, recent evidence shows the many challenges still hinder tumor targeting.191ï193 

Furthermore, to ensure a therapeutic dose actually reaches the tumor, higher concentrations of 

nanoparticles are needed for IV delivery compared to IP, which is already localized to the tumor 

site. These biodistribution results validate our strategy for targeting TAMs in ovarian tumors via 

IP injections, and they demonstrate the reduced off-target delivery due to mannose conjugation 

which promotes active macrophage uptake in the ascites and tumor. 

To evaluate therapeutic efficacy of MnNP treatment in ID8 tumors, we administered 

treatments on three consecutive days. One of the primary concerns with multi-day treatments 

was the toxicity potentially associated with nanoparticle injection. However, all treatments 

resulted in serum measurements within normal ranges indicating the safety of consecutive day 

treatments. This result is important as this regimen could be necessary for treating late-stage 

disease with a minimal timeframe available for treatment. These results from treating the late-

stage model with therapeutic IəBŬ-MnNPs were encouraging because, although tumor burden 

was not significantly affected because of the late-stage treatment, the trend of decreased ascites 

volume provides positive signs of a therapeutic effect. The potential for reducing ascites 
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accumulation after only 3 days of treatment at late stages of disease progression is promising for 

the future of TAM-targeted immunotherapies, especially as a potential treatment for overcoming 

chemoresistance. Ascites development is commonly associated with ovarian cancer (present in 

over one-third of patients), is linked to worse disease prognosis, and contributes to the 

development of chemoresistance due to the large population of immunosuppressive cells.161ï163 

These early indications reveal treatment with MnNPs can alter the tumor microenvironment in 

ways that may provide synergy with other approved therapies to produce more pronounced anti-

tumor effects. Also, although tumor weight did not change, positive anti-tumor effects were 

observed in H&E staining of the solid tumor indicating the MnNPs could reach the tumor and 

cause some histological changes, even following only 3 days of treatment.  

Furthermore, positive effects were seen in the changes of RNA expression in ascites 

cells, such as the significant increase in M1 marker CCL3 and the significant decrease in IL-6. 

The decrease in IL-6 expression is important since this cytokine is released by 

immunosuppressive TAMs and has a direct stimulatory effect on ovarian tumor cells.194,195 

Additionally, the observed increase in IəBŬ expression in the Scr-MnNP treatment compared to 

control indicates the effect of the negative feedback loop of IəBŬ production.41 Consistent with 

our other findings, the Scr-MnNP treatment leading to an increased M1 response would 

subsequently cause an increase in IəBŬ production as the feedback loop in the macrophages is 

activated. The decrease in IəBŬ expression between the Scr-MnNP and IəBŬ-MnNP groups 

reveals the potential mechanism leading to a synergistic repolarization of TAMs. While both 

treatments potentially cause M1-induced inflammation, the IəBŬ-MnNP treatment prevents the 

feedback loop of producing more IəBŬ from occurring, allowing for a more robust macrophage 

repolarization. There were also trends of increasing CCL3 and TNF-Ŭ expression in the tumor 
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cells, indicating a slight pro-inflammatory effect in the solid tumors. These results suggest that 

the IəBŬ-MnNPs are altering the TME in the ascites, but at this timepoint in response to a short-

term treatment, the solid tumor is not significantly altered. These results align with our 

observations of ascites volume decreasing after IəBŬ-MnNP treatment but not the tumor weight. 

Overall, treatment with IəBŬ-MnNPs provides benefits in the context of late-stage disease but 

will likely need to be used in combination with other therapies or started earlier in the disease 

development to produce robust anti-tumor effects. These encouraging results in a late-stage 

model indicate a potential future avenue for evaluating the synergistic effects of combining 

IəBŬ-MnNPs with chemotherapeutics to overcome the chemoresistance often associated with 

late-stage ovarian tumors. Combination therapies will be necessary for late-stage tumor treatment 

since single therapies are unable to fully overcome the immunosuppressive TME. 

The encouraging results in late-stage treatment provided insight into the effects IəBŬ-

MnNPs have on immune cells in the TME. A second model using TBR5 ovarian tumors was 

adopted to examine early-stage treatments in an aggressive model. To combat the more 

aggressive tumor model, a biweekly treatment regimen was implemented. This treatment was 

also possible since the mice were not close to humane endpoint at the start of the treatment. 

Biodistribution was again examined in the biweekly model with a comprehensive immune cell 

panel to determine the efficiency of specific targeting to macrophages. These results 

demonstrated the preferential delivery of MnNPs to the targeted cell populations (macrophages 

and monocytes) that express the CD206 mannose receptor. Significant MnNP delivery to the 

TAM populations (89% in the ascites and 34% in the tumors) is essential for altering 

macrophage phenotype to overcome the immunosuppressive TME. Furthermore, the low uptake 

in CD45- cells, which includes tumor cells, is important for preventing off-target delivery of 
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IəBŬ siRNA and therefore unwanted activation of NF-əB in cells besides macrophages. There 

was also minimal uptake in all other immune cells in the ascites and tumors, and less than 5% of 

any immune cell population in the spleen gated positive for MnNP delivery. These results 

indicate that the IP delivery is effectively localizing the MnNP delivery to the peritoneal cavity 

and increasing to the biweekly treatment does not increase the amount of nanoparticle dosage 

that escapes the peritoneum. Importantly, these results show improvements over previous studies 

using a similar NP system loaded with mRNA that did not include a targeting moiety, which 

resulted in significant off-target delivery to the spleens even after IP injections.82 To achieve a 

macrophage-dependent anti-tumor immune response, it is important to repolarize a large enough 

population of the TAMs so that the M1 macrophages can overcome the immunosuppressive 

TME and increase inflammation and immune activation while also limiting potential systemic 

toxicity due to off-target delivery. 

The therapeutic effect of IəBŬ-MnNP was prevalent in the TBR5 model. Importantly, 

increasing to a biweekly MnNP treatment did not increase toxicity based on AST, ALT, and 

BUN levels in the serum. These treatments also significantly decreased ascites volume, 

indicating an effect of the mannosylated carriers themselves, similar to the results seen in 

canonical NF-əB activation. The beneficial effect of mannosylated carriers alone on tumor 

suppression and polarizing macrophages toward the M1-like phenotype has been previously 

reported and is therefore not surprising in this context.82,196 In fact, the potential combination of 

mannosylated carriers with IəBŬ siRNA could combine for a more robust anti-tumor effect. The 

tumor weights were not significantly altered in any of the treatment groups, likely due to low 

overall tumor burden as seen by the small tumor weights, but there was a clear trend in 

decreasing tumor mass in the IəBŬ-MnNP treatment. H&E staining of the tumor sections 
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revealed changes in tumor tissue histology and IF staining for CD8 T cells revealed a clear 

increase in T cell infiltration in the IəBŬ-MnNP treatment. This result is crucial to the future of 

developing macrophage-based immunotherapies as it supports the hypothesis that activating 

inflammatory macrophages can also ñprimeò solid tumors to be more responsive to T cell-based 

immunotherapies. This result is also supported by the significant increase in RNA expression of 

CXCL9 in the ascites, which is a chemokine produced by M1 macrophages to attract T cells and 

induce a Th1 response.197 The evidence of increased T cell infiltration supports the potential 

future combination of MnNP treatment with immune checkpoint blockades which necessitate T 

cell infiltration for functionality. Increased tumor-infiltrating T cells and significant reduction in 

ascites volume associated with IəBŬ-MnNP treatment support the future directions of utilizing 

MnNPs for tumor treatments in combination therapies. 

Western blot analysis of cells in the ascites revealed that the IəBŬ-MnNPs reduced IəBŬ 

protein levels, contributing to changes in immune cell composition. This change was also 

evidenced by the significant decreases in IL-6 and Arginase-1 which confirm a shift away from 

pro-tumor immune phenotypes. More importantly, there was a significant increase in TNF-Ŭ 

expression in the solid tumor. The biweekly treatment enabled MnNPs to successfully deliver to 

the TAMs in the solid tumor and alter immune cell phenotype. The trend in decreasing tumor 

weight, though not significant, demonstrated the effects of IəBŬ-MnNP delivery to TAMs, 

altering their phenotype, and inducing changes in other immune cells in the TME. The 

advantages of IP delivery of MnNPs to treat ovarian tumors are supported by the delivery studies 

and the therapeutic studies, both of which reveal nanoparticle penetration into the solid tumor as 

well as changes in immune cell phenotype in the tumor. 
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The addition of the extended treatment model was used to follow-up the original TBR5 

experiment to further examine IəBŬ-MnNP therapeutic efficacy. The shorter treatment revealed 

positive signs of anti-tumor immunity, so the logical follow-up was to extend treatment by one 

week (two extra doses). These results immediately revealed the significant therapeutic benefits 

of MnNP delivery with the ascites volume and tumor weight being significantly reduced in the 

treatments. Similar to the previous cohorts, we once again saw therapeutic effects of the 

mannosylated carrier alone with a more pronounced effect in the IəBŬ-MnNP. Furthermore, this 

study examined in detail the immune cell populations comprising the ascites and tumor and 

revealed several significant findings. The significant shift in TAMs from an M2 to M1 

phenotype in vivo indicates that the IəBŬ-MnNPs recapitulate the results seen in vitro and can 

produce the inflammatory microenvironment observed through PCR results in the previous 

studies. This effect was seen in both the ascites and the tumors which again validates the 

biweekly IP injection as a therapeutically effective treatment strategy. Furthermore, these results 

confirm the effects of Scr-MnNPs in shift TAMs away from an M2 phenotype, and the 

synergistic effect of loading with IəBŬ siRNA is evidenced by the significant decrease in the 

percent of CD206+ TAMs in the IəBŬ-MnNP treatment compared to the Scr-MnNP treatment. 

Also, in line with the previous observations of increased CD8 T cell infiltration, analysis of CD8 

T cell populations revealed a trend of increased infiltration in IəBŬ-MnNP treated mice. Further 

increases in inflammatory monocyte and NK cell populations confirm the ability of macrophage 

repolarization to recruit and effect other immune cell populations to lead to anti-tumor immune 

responses.  

Overall, these studies indicate a therapeutic benefit from IəBŬ-MnNP treatment in 

ovarian tumors. While the late-stage treatment of ID8 tumors did not significantly alter tumor 
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progression, there were signs of changes in the immune cell composition and a trend in 

decreasing ascites accumulation, indicating some positive responses. Future studies in this model 

may examine increasing the MnNP dosage or combining MnNP treatment with currently 

approved chemotherapies. Many patients develop chemoresistance in late-stage EOC and this 

phenomenon is often exacerbated by the buildup of ascites.162,163 By implementing IəBŬ-MnNP 

treatment initially to reduce ascites accumulation, we could examine the potential effects of 

MnNPs to restore chemotherapy responsiveness in late-stage ovarian tumors. Similarly, the 

positive therapeutic effects seen in the early-stage treatment of the aggressive TBR5 model, in 

terms of tumor progression and immune cell composition, provide context for future directions in 

combining MnNP treatments with T cell-targeted immunotherapies. Many of the current T cell-

based therapies are not as effective in treating solid tumors due to low T cell infiltration and high 

levels of immunosuppressive cytokines. Targeting TAMs to produce pro-inflammatory 

cytokines, such as IFN-ɔ and TNF-Ŭ, can promote an immune-favorable microenvironment while 

also producing T cell-specific chemokines, such as CXCL9, to recruit T cells to the tumor. The 

logical next step in this research will be to examine combination treatments with ICBs, such as 

anti-PD-1s, to potentially produce a more robust immune response and develop immunological 

memory to prevent subsequent recurrence. The results of this study demonstrated positive 

therapeutic results but have also informed our future directions for developing therapies to treat 

ovarian cancer in patients. 

3.6 Conclusions 

This work demonstrates the efficacy of MnNPs in inducing TAM-mediated anti-tumor immunity 

in mouse models of ovarian cancer. Delivery of IəBŬ siRNA to NGL-BMDMs activated 

canonical NF-əB, indicating repolarization of the macrophages toward an inflammatory M1-like 
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phenotype. Biodistribution studies in two different tumor models revealed preferential MnNP 

association with TAM and myeloid cell populations only in the ascites and solid tumors with 

minimal off-target delivery to other immune cells and negligible uptake in any cells in the 

spleens. These results supported the use of IP injections to provide localized delivery to the 

TME. The delivery of MnNPs to macrophages in the ascites led to a slight decrease in ascites 

buildup in the late-stage model, but a substantial decrease in the aggressive TBR5 model. The 

positive effect of mannosylated carriers on preventing ascites development in the aggressive 

TBR5 model indicates a potential for synergistic effects of IəBŬ siRNA with MnNPs. While the 

late-stage treatment of ID8 tumors did not significantly alter tumor progression, there were 

noticeable differences in RNA expression of various M1- and M2-associated markers, indicating 

beneficial immunostimulatory changes in the TME after MnNP treatment. In the more 

aggressive TBR5 model, the IəBŬ-MnNP treatment led to slight decreases in tumor weight, but 

also was associated with larger numbers of infiltrating CD8 T cells. The increase in tumor-

associated T cells is highly encouraging for future studies involving combination treatments with 

immune checkpoint blockades which rely on the presence of T cells in the tumors for anti-cancer 

toxicity. Additionally, we demonstrated that an extended treatment of MnNPs in the TBR5 

model significantly suppressed ascites accumulation and tumor development while also altering 

the immune cell composition in the TME. These results further support the hypothesis that 

activating macrophages can transform the TME into a pro-inflammatory niche which will 

support ICB therapies. Importantly, this study shines a light on the potential for IP administered 

therapies that can influence tumors in the peritoneal cavity through modulation of cells in the 

ascites. Overall, this work highlights the use of MnNPs in IP treatment of ovarian cancer and 
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provides a pathway forward for enhancing the current treatment paradigm in patients with a 

highly deadly disease. 

3.7 Supplemental Figures 

 

Supplemental Table 3.S1: Oligonucleotide sequences used for MnNP loading. 

Oligonucleotide Sense Strand (5ôĄ3ô) Antisense Strand (5ôĄ3ô) 

Cy5 dsDNA dGdTdC dAdGdA dAdAdT 

dAdGdA dAdAdC dTdGdG 

dTdCdA dTdC 

[Cy5]-dGdAdT dGdAdC dCdAdG 

dTdTdT dCdTdA dTdTdT dCdTdG 

dAdC 

Scr siRNA rArUrC rUrArG rGrCrC 

rGrCrU rArUrA rCrCrA 

rArGrU 

rArCrU rUrGrG rUrArU rArGrC rGrGrC 

rCrUrA rGrArU 

IəBŬ siRNA rGrUrA rGrCrA rGrUrC 

rUrUrG rArCrG rCrArG 

rAdTdT 

rUrCrU rGrCrG rUrCrA rArGrA rCrUrG 

rCrUrA rCdAdC 

Key: d = DNA base, r = RNA base 

All oligonucleotides were purchased from Integrated DNA Technologies 
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Supplemental Figure 3.S1: 1H-NMR of azide-PEG-hydroxyl in CDCl3. All peaks were normalized to 

the PEG (5 kDa) peak at ŭ 3.65 (-OCH2CH2-). 
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Supplemental Figure 3.S2: 1H-NMR of azide-PEG-ECT in CDCl3. Formation of the macro-CTA was 

confirmed by the characteristic ECT peak at ŭ 1.88 (CCNCH3). 
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Supplemental Figure 3.S3: 1H-NMR of azide-PEG-(DMAEMA -co-BMA) in CDCl3. RAFT 

polymerization of the diblock copolymer was confirmed by the formation of the DMAEMA peak at ŭ 

4.05 (-OCH2CH2-) and the BMA peak at ŭ 3.95 (-OCH2CH2-). Number of repeating units for DMAEMA 

and BMA were calculated by calibrating to the PEG peak of a known length. 
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Supplemental Figure 3.S4: 1H-NMR of mannose-PEG-(DMAEMA -co-BMA) in CDCl3. Mannose 

conjugation cannot be ascertained via NMR due to the overlap of the mannose 1H-NMR spectra (3.5-4 

ppm) with the PEG peak. 
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Supplemental Figure 3.S5: FTIR spectroscopy 

of AzPEGDB and MnPEGDB to quantify 

mannose conjugation. (A) Overall FTIR spectra 

reveals identical spectra with an increase in 

absorbance around 3300-3400 cm-1 consistent 

with the FTIR spectra of d-mannose. (B) Detailed 

view of the characteristic azide peak at 2100 cm-1 

and (C) quantified azide peak height revealing a 

significant decrease in azide presence on the 

MnPEGDB (**p<0.001). 

A B 

C 

Supplemental Figure 3.S6: Polyplexes were formulated with either scrambled or 

IəBŬ siRNA and suspended in PBS (-/-, pH=7.4). (A) Z-average diameter averaged 

130 nm for both formulations. (B) The zeta potentials for each were below 1.5 mV, 

indicating a near-neutral surface charge (*p<0.05). 

A B 
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Supplemental Figure 3.S7: Gating strategy for 

flow cytometry of ID8 ovarian tumor model with 

single 24-hr MnNP delivery. This panel included 

CD45 for immune cells, F4/80 for macrophages, 

and Gr-1 for distinguishing mature macrophages 

(Gr-1-) vs myeloid cells (Gr-1+). Gating is shown 

for tumors, ascites, and spleens. 
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Supplemental Figure 3.S8: Gating strategy for flow cytometry of solid tumors in the TBR5 ovarian 

tumor model with biweekly MnNP delivery. The initial gating was performed using markers for live/dead 

(Ghost Dye Red) and pan-immune cells (CD45). The lymphocyte panel used markers for T cells (CD3, 

CD4, and CD8a), Natural Killer cells (NKp46), and B cells (B220). The myeloid panel used markers for 

dendritic cells (CD11c), macrophages (CD11b and F4/80), and myeloid cells (Ly6C and Ly6G).  

Lymphocyte Panel Myeloid Panel 
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Supplemental Figure 3.S9: Gating strategy for flow cytometry of ascites cells in the TBR5 ovarian 

tumor model with biweekly MnNP delivery. The initial gating was performed using markers for live/dead 

(Ghost Dye Red) and pan-immune cells (CD45). The lymphocyte panel used markers for T cells (CD3, 

CD4, and CD8a), Natural Killer cells (NKp46), and B cells (B220). The myeloid panel used markers for 

dendritic cells (CD11c), macrophages (CD11b and F4/80), and myeloid cells (Ly6C and Ly6G). 

Lymphocyte Panel Myeloid Panel 
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Supplemental Figure 3.S10: Gating strategy for flow cytometry of spleens in the TBR5 ovarian tumor 

model with biweekly MnNP delivery. The initial gating was performed using markers for live/dead 

(Ghost Dye Red) and pan-immune cells (CD45). The lymphocyte panel used markers for T cells (CD3, 

CD4, and CD8a), Natural Killer cells (NKp46), and B cells (B220). The myeloid panel used markers for 

dendritic cells (CD11c), macrophages (CD11b and F4/80), and myeloid cells (Ly6C and Ly6G). 

Lymphocyte Panel Myeloid Panel 
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Supplemental Figure 3.S11: Gating strategy for 

quantifying tumor cells populations. Tumor cells 

were gated as CD45-/SSChi (Big), with the large 

cell population only present in the tumors and 

ascites samples and not the spleen. 

Solid Tumor Ascites 

Spleen 
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Supplemental Table 3.S2: qRT-PCR primer sequences. IəBŬ, IL-6, CXCL9, CD206, B2M, and 

GAPDH were purchased from IDT. Arginase-1 and TNF-Ŭ were purchased from Sigma. 

Target Gene Forward Sequence (5ôĄ3ô) Reverse Sequence (5ôĄ3ô) 

IL -6 GATCCGGTGATAGTTCCTCTTCA TCCAGAGTCAGCGCCTCATA 

CD206 CAAGGAAGGTTGGCATTTGT CCTTTCAGTCCTTTGCAAGC 

IəBŬ GAGCTCCGAGACTTTCGAGG AGACACGTGTGGCCATTGTA 

Arginase-1 CTCCAAGCCAAAGTCCTTAGAG AGGAGCTGTCATTAGGGACATC 

CXCL9 GTGGTGAAATGGAAAGATCAGGGC AAGAGAGAAATGGGTTCCCTGGAG 

TNF-Ŭ CCCTCACACTCAGATCATCTTCT GCTACGACGTGGGCTACAG 

CCL3 TGCCCTTGCTGTTCTTCTCT GATGAATTGGCGTGGAATCT 

B2M CTGCTACGTAACACAGTTCCACCC CATGATGCTTGATCACATGTCTCG 

GAPDH CCCTTAAGAGGGATGCTGCC TACGGCCAAATCCGTTCACA 

 

 

  

  
A B 

C 
Supplemental Figure 3.S12: Uncropped images 

of western blot. The loading control was run on 

the same blot as experimental antibody so the blot 

was cut into three pieces to allow for probing with 

different antibodies. Shown are (A) the loading 

area, (B) IəBŬ (39 kDa), and (C) Histone H3 (15 

kDa).  
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PBS Control        Scr-MnNP            IəBŬ-MnNP 

Supplemental Figure 3.S13: Solid tumors from the ID8 model were sectioned, stained with H&E, and 

imaged at 4X. The PBS control and Scr-MnNP tissue appeared to be all healthy tumor cells, while 

decreases in epithelial cellularity was evident in the IəBŬ-MnNP treatment, possibly indicating a decrease 

in tumor cells. 

Supplemental Figure 3.S14: RNA isolated from ascites and tumor cells was used for qRT-PCR analysis. 

(A) CXCL9, a chemokine released by M1 macrophages that attracts Th1 cells, expression in the ascites 

increased in the IəBŬ-MnNP treatment. RNA from the tumor revealed slight increases in (B) TNF-Ŭ and 

(C) CCL3 expression, both inflammatory cytokines. 

Ascites                         Tumor 
A B C 
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Supplemental Figure 3.S15: Change in overall mouse weight over the 

course of tumor development and MnNP treatment of TBR5-bearing 

mice. Scr-MnNP and IəBŬ-MnNP significantly reduced weight gain 

associated with ascites development compared to PBS control (n=5, 

*p<0.05). 

Supplemental Figure 3.S16: Solid tumors from the TBR5 model were sectioned, stained with H&E, and 

imaged at 4X. The PBS control tissue appeared to be all healthy epithelial cells, while loss of epithelial 

cellularity was evident in the Scr-MnNP treatment. The IəBŬ-MnNP treatment appeared to show signs of 

immune cell infiltration (yellow circles). 

PBS Control        Scr-MnNP            IəBŬ-MnNP 
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Supplemental Figure 3.S17: RNA isolated from the ascites and tumor cells was used for qRT-

PCR analysis to evaluate expression of IəBŬ. IəBŬ expression increased in the ascites samples 

treated with Scr-MnNP, but this increase was offset in the IəBŬ-MnNP treatment. No significant 

changes were observed in the tumors, although there was a trend of decreasing IəBŬ expression in 

the IəBŬ-MnNP treatment. 

Ascites                         Tumor 
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Supplemental Figure 3.S19: Mouse weights over the course of the extended biweekly 

treatment in the TBR5 model revealed a steady increase in the PBS control mice 

attributed to ascites accumulation which was not observed in the two treatments. These 

results match with the MnNP treatments preventing ascites accumulation observed when 

measuring ascites volume at endpoint. 

PBS Control        Scr-MnNP            IəBŬ-MnNP 

Supplemental Figure 3.S18: TBR5 tumors were sectioned and 

stained for cell nuclei (DAPI-blue) and CD8 (Alexa Fluor 488-

green). Representative images revealed limited CD8 T cell 

presence in the control tumors, but both MnNP treatments induced 

CD8 T cell infiltration. Quantification of CD8+ T cells revealed a 

trend in increasing T cell infiltration in the IəBŬ-MnNP treatment 

compared to the PBS control and Scr-MnNP treatment. 
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Supplemental Figure 3.S20: Quantification of immune cell composition in the ascites and tumors of 

TBR5 mice in the extended MnNP treatment revealed positive therapeutic trends in several subsets. These 

trends included an increase in NK cells, CD8+ T cells, dendritic cells, and M1 macrophages 

(F4/80int/CD206-) as well as a decrease in CD4+ T cells and M2 macrophages (F4/80int/CD206+). 
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Chapter 4 

Injectable Alginate Cryogels as Localized Repolarization Depots for Tumor-Associated 

Macrophages 

 

Adapted from 

ñInjectable Alginate Cryogels as Localized Repolarization Depots for Tumor-Associated 

Macrophages,ò 

In preparation for publication 

by 

Evan B. Glass, Sohini Roy, Abigail E. Manning, Benjamin C. Hacker, Sydney R. Henriques, 

Christopher P. Haycook, Marjan Rafat, Young J. Kim, and Todd D. Giorgio 
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4.1 Abstract 

Current cancer immunotherapies have progressed in many clinical trials, but remain 

minimally effective in treating solid tumors. Targeting tumor-associated macrophages (TAMs) 

provides an opportunity for creating a pro-inflammatory tumor microenvironment capable of 

producing anti-tumor effects. Inflammatory cytokines are able to repolarize macrophages but can 

lead to widespread toxicity if delivered systemically and quickly dissipate when delivered 

locally. To this end, we have developed an injectable, macroporous cryogel capable of loading 

biomolecules and being locally delivered to the tumor site. This cryogel can be loaded with 

macrophage-specific chemokines to attract TAMs and co-loaded with inflammatory cytokines to 

create a localized inflammatory microenvironment. We evaluate the mechanical characteristics 

of fabricating and injecting tough alginate cryogels while also establishing CCL2 as a 

macrophage-specific chemokine and IFN-ɔ and IL-12 as inflammatory cytokines to repolarize 

macrophages. We also demonstrate the ability of the loaded cryogels to repolarize macrophages 

in three different in vitro models of immunosuppressive macrophages. Finally, we demonstrate 

significant changes in tumor progression in a mouse model of breast cancer when treated via 

peritumoral injection of loaded cryogels. 

4.2 Introduction  

 Cancer immunotherapy, a strategy that leverages the immune system to generate an anti-

tumor response, is a rapidly growing field with encouraging early clinical successes. Several 

reviews summarize the efficacy of these therapeutics, primarily immune checkpoint blockades 

(ICB) and chimeric antigen receptor (CAR) T cells, and inform the future directions of the field 

as a whole.8ï10 Despite the promising early returns of ICB and CAR T cell therapies, a significant 

fraction of patients are unresponsive to these treatments, especially in the context of solid 
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tumors.8,11ï13 One of the primary challenges with effectively administering these treatments in 

solid tumors is overcoming the immunosuppressive tumor microenvironment (TME) that 

prevents T cell infiltration and induces T cell exhaustion.16,17 One technique to bypass the 

challenges associated with T cell-based immunotherapies involves targeting and activating the 

most prevalent immune cell in most tumors: macrophages.18ï20   

 Macrophages display a spectrum of phenotypes, each with unique immune functions. The 

classically-activated (M1) macrophages are pro-inflammatory and generate a Th1, anti-microbial 

response. Alternatively-activated (M2) macrophages promote a Th2, wound healing response.198 

In the TME, tumor-associated macrophages (TAMs) display characteristics of both phenotypes, 

although the majority function as M2-like macrophages that promote tumor growth.199ï201 These 

TAMs release immunosuppressive signals, such as IL-10202 and transforming growth factor beta 

(TGF-ɓ)203, which prevent other immune cells from recognizing and killing the cancer cells. 

However, by ñrepolarizingò the TAMs to be pro-inflammatory, the resulting TME will be 

ñprimedò for immune activation to induce anti-tumor effects. Additionally, recent work has 

shown that a higher ratio of M1/M2-like TAMs in breast cancer patients resulted in a favorable 

tumor immune microenvironment and an increase in immune checkpoint molecules.38 

Quantifying the M1/M2 ratio of TAMs, as opposed to whole macrophage number, has become a 

prominent prognostication tool as reviewed by Jayasingam, et. al.37 In this way, a novel 

immunotherapy to increase the population of M1-like TAMs can be implemented to improve the 

response rates associated with currently FDA-approved immunotherapies. 

Previous groups have demonstrated that simply ablating TAMs can reduce tumor growth 

and prevent metastasis.31ï33,204 However, rather than simply killing the macrophages, a more 

robust technique involves repolarizing the existing TAM population to drive an anti-tumor 
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response. Previous strategies have used toll-like receptor (TLR) agonists205, small interfering 

RNA (siRNA)45,166, bacterial cell mimics206, and even cytokines207 to repolarize macrophages. 

The systemic delivery of cytokines or other pro-inflammatory cues, either freely administered or 

loaded into nanoparticles/liposomes, are able to induce an M1-like response but can often be 

associated with widespread inflammation and off-target toxicity.50 To alleviate these concerns, 

localized delivery of inflammatory cues is desirable as it limits the risk of affecting healthy tissue 

as well as minimizing the overall required dose to induce a positive effect. One technique for 

local release of inflammatory cytokines is via controlled delivery from an injectable scaffold. 

Injectable biomaterials have shown great potential for a variety of applications, as 

detailed in several recent reviews.76,208 Perhaps most intriguing is the ability to create an 

injectable hydrogel which contains pores large enough for cells to migrate inside the scaffold. By 

adding radical initiators to a methacrylated alginate solution and performing the gelation step at -

20°C, ice crystals form between the crosslinking alginate backbone and cause large pores to 

form.77 The resulting ñcryogelsò can then be further ionically crosslinked with divalent cations 

that electrostatically interact with the negatively-charged alginate polymer to form a tough 

cryogel, capable of being injected through a syringe while maintaining overall pore size and 

structure.78 This scaffold can be loaded with different cell-signaling molecules to address a given 

application, including localized delivery into the TME. Mooney, et al, have shown the ability for 

this type of scaffold to function as a subcutaneous, ñartificialò lymph node.75,78 By loading the 

cryogels with chemokines specific for dendritic cells (DCs) and T cells, as well as irradiated 

tumors cells, the scaffold attracts DCs, which then endocytose the tumor cells and produce 

neoantigens that are presented to the colocalized T cells. In this way, the gel is producing tumor-

specific, mature T cells that can recognize and kill the cancer cells. This strategy, however, is 
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limited by the ability of the T cells to infiltrate into the solid tumor, which is still restricted by the 

immunosuppressive TME. An alternative approach is to load the scaffold with macrophage-

specific chemokines and inflammatory cytokines before directly injecting into or adjacent to the 

tumor. This cryogel system will allow for minimally invasive treatment of solid tumors by 

simply injecting the gel directly in or adjacent to the tumor site. Alternatively, this same system 

can be used in conjunction with the current standard of surgical removal, as Park, et al, have 

demonstrated with a different hydrogel system.209 Finally, the alginate scaffold is small and 

tough enough to even be used in a biopsy punch, should the tumor not be easily accessible with a 

syringe for direct injection. 

By developing a locally delivered macrophage repolarization depot, we aim to directly 

alter the immunosuppressive TME into a pro-inflammatory environment. By repolarizing the 

TAMs to a primarily M1 phenotype, the resulting production of inflammatory cytokines and T 

cell-specific chemokines will create an immunologically ñhotò tumor that can induce robust anti-

tumor immune responses. We propose a mechanism to alter the tumor microenvironment and 

promote T cell infiltration by repolarizing TAMs to the M1 phenotype. Macrophages, similar to 

DCs, function as antigen-presenting cells, so when stimulated they can endocytose diseased cells 

(i.e. tumor cells), process tumor-specific antigens, and present them to the infiltrating T cells. In 

this way, not only will the macrophages induce a localized anti-tumor response, but there is also 

the potential for development of immunological memory in the mature T cell population. The 

development of immunological memory is important for both treatment of distant metastases (via 

systemic circulation of tumor-specific T cells) and preventing recurrence, which is commonly 

associated with the current gold standard of surgery, chemotherapy, and radiation therapy. 
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We hypothesized that by finding the appropriate chemokines and cytokines, we could 

develop a novel scaffold system specific for macrophage recruitment and subsequent 

repolarization. First, to establish a macrophage-specific depot, we identified chemokine (C-C 

motif) ligand 2 (CCL2) as an M2-specific chemoattractant, as shown by Vogel, et al.87 For 

macrophage repolarization, we chose to implement the cytokines interferon-ɔ (IFN-ɔ) and 

interleukin-12 (IL-12), both of which have been previously shown to induce an M1 macrophage 

phenotype.166,210,211 To evaluate the efficacy of the chosen molecules, we performed preliminary 

experiments on cultured primary bone marrow-derived macrophages (BMDMs) using both free 

chemokine/cytokine as well as loaded cryogels. These cells have been previously used by our lab 

and are able to be polarized to an M1 or M2 phenotype via cytokine stimulation to allow for a 

more physiologically relevant in vitro model than immortalized cell lines.166 Additionally, we 

repeated treatments on tumor-associated macrophages isolated from a spontaneous mammary 

tumor model in mice as well as cultured mouse tumor explants. These methods allowed us to 

directly quantify the effects of cryogel treatment on tumor-resident macrophages to observe 

migratory properties as well as changes in phenotype in a recapitulated TME. Finally, we 

translated the loaded cryogel for peritumoral injection into FVB mice bearing polyoma (PyMT) 

tumors to evaluate in vivo anti-tumor effects of stimulating M1 macrophage polarization.  
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4.3 Results and Discussion 

4.3.1 Physical characterization of macroporous cryogels 

 Sodium alginate functionalization with aminoethyl methacrylate (AEMA) to form 

methacrylated alginate (MA-alginate) and subsequent crosslinking of methacrylate groups were 

confirmed with 1H-nuclear magnetic resonance (NMR) spectroscopy (Supplemental Figure 

4.S1). Covalent crosslinking of methacrylates was performed at -20°C to produce macroporous 

hydrogels (cryogels). Cryogelation occurred in Teflon molds to allow for tailoring of size and 

shape of cryogels (Supplemental Figure 4.S2). The overall physical structure of the cryogels 

was evaluated with scanning electron microscopy (SEM), including maintenance of macroporous 

structure after injection through a syringe (Figure 4.1). This retention of structure is crucial for 

eventual localized delivery of cryogels via peritumoral injection. Furthermore, cryogels were 

embedded in optimal cutting temperature (OCT) compound and cryosectioned to image internal 

Figure 4.1: Maintenance of gel structure after injection.  Cryogels were serially dried and imaged with SEM 

before and after injection through a 16G needle to evaluate changes in overall gel structure. Control gels were also 

fixed and cryosectioned to image the internal porosity of the gels, which displayed macroporosity throughout the 

gel. 
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porosity of the gels. SEM imaging of internal cryogel sections revealed the macroporous 

structure was present throughout the scaffold (Figure 4.1).  

The mechanical properties of the cryogels, including stiffness, interconnected porosity, 

and swelling ratio, were also quantified and found to match previously published results 

(Supplemental Figure 4.S3).78 Additional characterizations were performed to evaluate long-

term storage of gels. Notably, the covalently crosslinked only gels (no ionic crosslinking) 

significantly increased in swelling ratio after more than one month of storage (Supplemental 

Figure 4.S4). However, the tough cryogels maintained interconnected porosity and swelling 

ratio up to 2 months after fabrication, indicating the ability to maintain mechanical 

characteristics long-term (Supplemental Figure 4.S4). These results are useful for future 

translatability of this system since long-term storage is an important consideration when scaling-

up production. 

To quantify the average pore size in hydrated cryogels, as opposed to the dehydrated 

samples imaged with SEM, the unreacted carboxyl groups on the alginate backbone were 

labelled with a Cy5-amine and imaged using a fluorescent confocal microscope in HBSS 

solution (Figure 4.2). ImageJ quantification confirmed the average pore size was large enough 

for cell infiltration into the gels with 73.4% pores in control gels being greater than 70 µm in 

diameter (Figure 4.2A). More importantly, pore diameter was maintained after injection through 

a 16G needle with 72.7% of pores in injected gels having a diameter larger than 70 µm (Figure 

4.2B). Furthermore, there was no significant difference in average pore size before and after 

injection, with the average diameters measuring 86.0 and 87.1 µm for control and injected gels, 

respectively (Supplemental Figure 4.S5). The SEM and confocal microscopy combine to 
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illustrate the ability of the ionically crosslinked cryogels to withstand injection while maintaining 

overall structure and pore size. 

 

4.3.2 Verification and loading of proteins for macrophage repolarization and chemoattraction  

 To evaluate the appropriate biomolecules for cryogel loading, preliminary in vitro studies 

were performed on cultured bone marrow-derived macrophages (BMDMs). BMDMs were 

isolated and polarized to classical (M1) or alternative (M2) phenotypes via cytokine stimulation 

as previously demonstrated.166 Skewed macrophages were then treated with IFN-ɔ, IL-12, or a 

Figure 4.2: Measuring hydrated cryogel porosity. Cryogels were fabricated and then labelled with a Cy5-amine 

on the alginate backbone. Gels were then placed in HBSS solution and imaged while hydrated to evaluate pore size. 

(A) Control gels were imaged and pore size quantified in ImageJ revealing that 73.4% of the pores were larger than 

70 µm in diameter. (B) Injected gels appeared similar in representative images and maintained a macroporous 

structure with 72.7% of pores having diameters larger than 70 µm. 
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co-treatment and examined for viability and phenotype change. While the IFN-ɔ treatment alone 

did result in significantly decreased viability in M0 and M2 BMDMs, both IL-12 and the co-

treatment did not significantly affect macrophage viability (Supplemental Figure 4.S6). Based 

on the results from viability studies, a co-treatment of 100 ng/mL IFN-ɔ and 100 ng/mL IL-12 

was chosen for repolarization studies. Treatment with IFN-ɔ alone significantly increased the 

expression of TNF-Ŭ and increased the M1 markers iNOS and CXLC9 147-fold and 40.5-fold, 

respectively, compared to the M2 control. However, IFN-ɔ treatment only decreased Arginase-1 

expression 10-fold compared to a 74.8-fold decrease in the IL-12 treatment (Supplemental 

Figure 4.S7). While IL-12 did not increase expression of the M1 markers in single treatment, the 

co-treatment of IFN-ɔ and IL-12 increased M1 marker expression to the level of the IFN-ɔ single 

treatment and decreased Arginase-1 expression 2-fold more than IFN-ɔ alone (Supplemental 

Figure 4.S7). The results were further validated by evaluating inflammatory cytokines in the 

supernatant of cytokine-treated BMDMs. Analysis of inflammatory cytokines released by 

macrophages revealed an increase in inflammatory cytokines IL-1ɓ and TNFŬ as well as the 

chemokines CXCL10 and CXCL9, which are essential chemokines in recruiting and activating T 

cells (Supplemental Figure 4.S7).212 Based on these results, a cotreatment of 100 ng/mL each of 

IFN-ɔ and IL-12 was chosen for loading into the cryogels to induce macrophage repolarization.  

To induce macrophage migration to the cryogels, the chemokine CCL2, also known as 

monocyte chemoattractant protein-1 (MCP-1), was examined for macrophage 

chemoattraction.213 BMDMs were isolated and polarized to the M2 phenotype before replating in 

the cell channel of an Ibidi® chemotaxis assay. After the cells adhered, the reservoirs were filled 

with media containing 2% FBS with or without a range of CCL2 concentrations: 0.1, 0.5, 1 or 2 

Õg/mL. Cell tracking was performed in ImageJ and the data analyzed using Ibidiôs Chemotaxis 
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and Migration Tool. Chemokine-induced migration was quantified by comparing the center of 

mass in the direction of the chemokine gradient (COMD), which resulted in a numerical value 

based on the distance in the x-axis cells migrated from their point of origin at time t=0 hours to 

their final location at time t=24 hours. All concentrations of CCL2 resulted in a large increase in 

COMD values compared to the negative control, but there were no differences between any of 

the concentrations evaluated (Supplemental Figure 4.S8). Based on these results, the same 

concentration as the cytokines (100 ng/mL) was chosen for gel loading.  

Based on these results, IFN-ɔ, IL-12, and CCL2 were used for loading into the cryogels at 

a concentration of 100 ng/mL for each molecule for all subsequent experiments. Cryogels were 

fabricated with IFN-ɔ, IL-12, and CCL2 (ILC Gels) and incubated in 1 mL 0.1% (m/v) BSA in 

PBS at 37°C to evaluate cargo release. At certain timepoints, the gels were centrifuged, and the 

supernatant was collected and stored at -20°C. An enzyme-linked immunosorbent assay (ELISA) 

revealed that the three proteins exhibited similar release curves with about 90% of total cargo 

being released after 96 hours (Figure 4.3). However, one noticeable difference in the release 

profiles is the slower rate of release of IFN-ɔ during the first 48 hours. These slight differences 

could actually provide benefit when delivered in vivo. The rapid initial release of CCL2 

functions to attract the TAMs immediately after injection and coupled with the rapid release of 

Figure 4.3: Release kinetics of loaded biomolecules. Evaluation of released proteins at various timepoints 

revealed similar burst release profiles for (A) IFN-ɔ, (B) IL-12, and (C) CCL2. All three molecules released greater 

than 89% of loaded cargo by 96 hours of incubation. 
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IL -12 over the first 12 hours creates an inflammatory microenvironment immediately 

surrounding the cryogel. The slower release of IFN-ɔ, which remains steady out to 48 hours, will 

prolong the exposure of inflammatory cues to the TAMs, helping to perpetuate the repolarization 

and reduce the chance of the immunosuppressive TME overpowering the pro-inflammatory 

microenvironment. Overall, this data confirms the ability to load the cell-signaling molecules for 

use in in vitro and in vivo experiments. 

4.3.3 ILC-induced chemoattraction of M2 BMDMs 

 After establishing the release profiles, BMDMs were treated with either control cryogels 

(Empty Gels) or ILC Gels for 48 hours. Initial studies examined BMDM viability after cryogel 

treatment to ensure no toxicity. These studies demonstrated no significant changes in BMDM 

viability for any macrophage phenotype after a 48-hour treatment (Supplemental Figure 4.S9). 

To evaluate chemoattraction in vitro, the cryogels were labeled with a Cy5-amine and cultured 

with polarized BMDMs on coverslips. After 48 hours, the cells were fixed and permeabilized 

before labeling with AlexaFluor-488 (AF-488)-tagged anti-F4/80 and Hoechst. The cryogels 

were imaged twice in the same region, once on the surface of the coverslip where the cells were 

plated and again 100 µm higher on the z-axis to image the actual gel. The images were overlaid 

and a boundary drawn around the edge of the cryogel to visualize BMDM migration to the edge 

of the gels. Confocal imaging clearly visualizes the increased attraction of M2-polarized 

BMDMs to the edge of the ILC Gels when compared to both M0 (unpolarized) and M1-

polarized macrophages (Figure 4.4). To quantify cell migration, a trans-well assay was 

performed with M2-polarized BMDMs plated on top of the trans-well membrane in media 

containing 2% serum, while below the membrane either 2% serum media (negative control), 100 

ng/mL CCL2 (positive control), an empty gel, or an ILC gel were treated. The membranes were 
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removed after 6 hours of incubation, fixed, and stained with DAPI. The membranes were imaged 

using fluorescent confocal microscopy at the Cell Imaging Shared Resource (CISR) and the 

number of cells quantified using ImageJ. These results demonstrated a 1.7-fold increase in cell 

migration in the ILC gel treatment compared to the negative control, indicating successful 

chemoattraction via CCL2 loading into cryogels (Supplemental Figure 4.S10). This experiment 

also revealed an increase in cell migration from the empty gel alone, likely due to the innate 

response of macrophages to interact with foreign substances.214 However, when combined with 

the visualization of M2 BMDMs preferentially migrating towards the loaded gels, the 

functionality of CCL2 is clearly not hindered by cryogel loading. 

Figure 4.4: Fluorescent imaging of ILC-induced chemoattraction. Polarized BMDMs were cultured for 48 hours 

with ILC Gels before being fixed and stained with Hoechst (blue, nuclei) and anti-F4/80 (green) antibodies. 

Visually, there is clear evidence of preferential chemoattraction of M2-polarized BMDMs towards the cryogel 

compared to the unpolarized (M0) and M1-polarized BMDMs. Top images were taken 100 µm higher on the z-axis 

while bottom images were taken at the level of the coverslip where the cells were plated. Yellow line represents the 

outline of the gel from the 100 µm higher image. 
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4.3.4 BMDM repolarization from loaded cryogel treatment 

Cryogel treatments were repeated and BMDMs were collected for analysis with qRT-

PCR, flow cytometry, or a Luminex panel to evaluate changes in macrophage phenotype. 

Changes in RNA expression were consistent with treatments of the free cytokines and 

demonstrated robust activation of M1-associated markers. Noticeably, iNOS and IL-1ɓ 

expression significantly increased in the ILC gel-treated group compared to both the control and 

EG treatment, while TNF-Ŭ and CXCL9 expression were also greatly elevated, though not 

statistically significant, indicating a shift towards a pro-inflammatory phenotype (Figure 4.5A-

D). To further evaluate changes in protein expression, BMDM treatments were repeated for flow 

cytometry and Luminex analysis. Flow cytometry revealed a slight decrease in CD206 

expression in the cryogel-treated BMDMs, though not significant (Figure 4.5E). However, the 

BMDMs treated with ILC Gels exhibited a significant increase in the receptor MHCII, to the 

level of the M1 controls (Figure 4.5F). This result is important as it demonstrates the treated 

macrophages are upregulating MHCII which is crucial to macrophages presenting antigens to T 

cells and subsequently activating T cells. Furthermore, a Luminex cytokine/chemokine assay 

was performed on the treated BMDMs to evaluate functional production of inflammatory 

markers. Several markers demonstrated significant upregulation in the ILC-treated BMDMs, 

including IL-1ɓ, TNF-Ŭ, CXCL10, and CXCL9 (Figure 4.5G-H). This study provides strong 

evidence of the potential for ILC-treated tumors to repolarize TAMs and lead to a robust anti-

tumor immune response since CXCL9 and CXCL10 are both crucial chemokines to stimulating a 

Th1 cytotoxic T cell response, necessary for stimulating an immune response.212 Taken together, 

these results demonstrate effective repolarization of M2 BMDMs to a pro-inflammatory 
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phenotype capable of producing an inflammatory microenvironment and recruiting/activating T 

cells.  

Figure 4.5: Evaluation of BMDM repolarization after treatment with ILC Gels. M2-polarized BMDMs were 

treated with Empty Gels or ILC Gels for 48 hours. qRT-PCR analysis of RNA expression revealed significant 

increases in (A) iNOS and (B) CD86 in ILC-treated cells compared to both control and Empty Gel treatment. ILC 

Gels also increased (C) TNF-Ŭ and (D) CXCL9 expression though not significantly. Flow cytometry analysis 

revealed (E) a decrease in CD206 and (F) a significant increase in MHCII. (G) Luminex analysis of released 

cytokines and chemokines revealed large shifts to a functional M1 phenotype, including (H) large increases in 

production of IL-1ɓ, TNF-Ŭ, CXCL9, and CXCL10. 
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4.3.5 Examining cryogel-induced repolarization in disease-relevant ex vivo models 

 To evaluate a more relevant model of macrophage polarization, tumor-associated 

macrophages (TAMs) were isolated from primary mammary tumors. Transgenic mice expressing 

the polyoma middle T antigen (PyMT) spontaneously form mammary tumors and were used for 

isolating TAMs. The tumors were processed to a single-cell suspension and then the TAMs were 

isolated using CD11b magnetic bead purification. TAMs were then plated and treated with 

cryogels (Empty or ILC) for 48 hours. Similar to the results seen in treated BMDMs, the TAMs 

exhibited a robust change in phenotype when treated with the ILC Gels. RNA expression via 

qRT-PCR demonstrated significant increases in the M1 markers iNOS, CD86, and CXCL9 for 

the ILC-treated cells compared to both the control (untreated) group and the empty gel-treated 

group (Figure 4.6A-C). Furthermore, ILC Gel treatment also significantly decreased expression 

of Arginase-1, an enzyme overexpressed in M2-like macrophages (Figure 4.6D). In addition, 

flow cytometry analysis confirmed these results with a decrease in CD206 and TGF-ɓ mean 

fluorescent intensity, and an increase in MHCII (Figure 4.6E-G). Luminex analysis of the 

released cytokines and chemokines also showed slight increases in inflammatory cytokines IL-1ɓ 

and TNF-Ŭ along with substantial increases in CXCL9 and CXCL10, indicating a successful 

shift in the more clinically-relevant TAMs to a pro-inflammatory phenotype (Figure 4.6H,I). 

These results match the changes seen in BMDMs and also provide support for the ability of this 

treatment to effectively repolarize immunosuppressive TAMs into a potentially anti-tumor 

phenotype. 
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Figure 4.6: Repolarizing TAMs with loaded cryogels. TAMs isolated from spontaneous mammary tumors were 

treated for 48 hours with cryogels. The ILC-treated TAMs displayed significant increases in RNA expression of (A) 

iNOS, (B) CD86, and (C) CXLC9 and a significant decrease in (D) Arginase-1. Flow cytometry analysis revealed 

trends of (E) decreasing CD206 and (F) TGF-ɓ and (G) a trend of increasing MHCII. (H) Luminex analysis once 

again revealed large shifts towards an M1 phenotype, including increased release of (I ) IL-1ɓ and TNF-Ŭ and 

significantly increased release of CXCL9 and CXCL10. 


